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EEEEEE A/4 First Surface Mirrors

e Available in a Wide Range of Sizes and Shapes
® Precision Metallic Mirror Coatings
e Contact Us for Custom Sizes

Common Specifications
Physical & Mechanical Properties

Bevel: Protective bevel as needed Edges:

Fine Ground

Family ID #1927

Optical Properties

Surface Flatness (P-V): N4 Substrate:

BOROFLOAT®

Surface Quality: 60-40 Coating Type:

Metal



https://www.edmundoptics.com/c/products/0/
https://www.edmundoptics.com/c/optics/602/
https://www.edmundoptics.com/c/optical-mirrors/609/
https://www.edmundoptics.com/c/flat-mirrors/658/
https://www.edmundoptics.com/c/precision-polished-metal-coatings/1462/
https://www.edmundoptics.in/contact-support/email-support/?type=sales
file:///ViewDocument/schott-borofloat-technical-data-sheet-english.pdf

Technical Information



Products

Dia. Surface Dimensions Coating . Thickness Stock .
Flatness - : Coating Price Buy
(mm) (PV) (mm) Specification (mm) Number
Enhanced
Ra\g >95% @ Aluminum 34,087 7 days
5.00 N4 i 450 - 650nm (450- 200 #48:404 Qty 6+ 3,270
650nm)
Rawg>89% @ Enhanced
) 250 -450nm  Aluminum ) 34,087 10 to 12 days
5.00 N4 Rag >85% @ (250- 200 #48-407 Qty 6+ 3,270
250-700nm  700nm)
Ravg >96Y
700 - 200/8%1 Protected
500 N4 . Ray >96% @ ((7;8'3_ 200  #48-410 Qty?65+’3?343,2 43 10to 12 days
2000-  10000nm)
10,000nm
R >98%
4 530\’9_ 20 OOon(?n Protected
o Silver 24,905 Contact Us
5.00 N4 - Rag >98% @ (450- 2.00 #49-186 Qty 6+ 23,931
2000- — 40000nm)
10,000nm
Enhanced
Rag>95% @  Aluminum 24,087 10 to 12 days
) N4 50x5.0 450 - 650nm (450- 2.00 #48-405 Qty 6+ 33,270
650nm)
Rag>89% @ Enhanced
250 -450nm  Aluminum 24,087 10to 12 days
- N4 5.0x5.0 Rav >85% @ (250- 2.00 #48-408 Qty 6+ 33,270
250-700nm  700nm)
Ry >96%
730\’9_ 20 OOon(?n Protected
o Gold 5,333 Contact Us
. N4 5.0x5.0 Rag >96% @ (700- 2.00 #48-411 Qty 6+ 24,243
2000-  19000Nm)
10,000nm
Ravg >98%
4 5369_ 2008nr@n Protected
o Silver 34,905 10 to 12 days
- N4 5.0x5.0 Rag >98% @ (450- 2.00 #49-187 Qty 6+ 23,931
2000-  409000nm)
10,000nm
Enhanced
Ra\g >95% @ Aluminum 34,087 10 to 12 days
10.00 N4 i 450 - 650nm (450- 200 #45-598 Qty 6+ %3,270
650nm)
Rag>89% @ Enhanced
) 250 -450nm  Aluminum ) 34,087 10 to 12 days
10.00 N4 Rawg >85% @ (250- 2.00 #45-599 Qty 6+ 23,270
250-700nm  700nm)



https://www.edmundoptics.com/p/5mm-dia-enhanced-aluminum-lambda4-mirror/8652/
https://www.edmundoptics.com/p/5mm-dia-uv-enhanced-aluminum-lambda4-mirror/8655/
https://www.edmundoptics.com/p/5mm-dia-protected-gold-lambda4-mirror/8658/
https://www.edmundoptics.com/p/5mm-dia-protected-silver-lambda4-mirror/9528/
https://www.edmundoptics.com/p/5-x-5mm-enhanced-aluminum-lambda4-mirror/8653/
https://www.edmundoptics.com/p/5-x-5mm-uv-enhanced-aluminum-lambda4-mirror/8656/
https://www.edmundoptics.com/p/5-x-5mm-protected-gold-lambda4-mirror/8659/
https://www.edmundoptics.com/p/5-x-5mm-protected-silver-lambda4-mirror/9529/
https://www.edmundoptics.com/p/10mm-diameter-enhanced-aluminum-lambda4-mirror/6086/
https://www.edmundoptics.com/p/10mm-dia-uv-enhanced-aluminum-lambda4-mirror/6087/

Ravg >96% @

Protected
700 - 2000nm
1000 N4 - Ravg >96% @ 88'8_ 200  #45600 Qtyi65+‘-3%343,243 conaetts
2000 - 10000nm)
10,000nm
Rayq >989
4 5""69_ 20 O/Oonr@n Protected
1000 M4 ] Ravg >98% @ aggr 200  #49-188 Qty?51;9?035931 10 to 12 days
2000 - 10000nm)
10,000nm
Enhanced
Rag >95% @  Aluminum 34,087 10 to 12 days
- ma 100x100 R8T Ndse. | 200 #4572 Qty 6+ 23,270
650nm)
Rag>89% @ Enhanced
) 250 -450nm  Aluminum R 34,087 10 to 12 days
N4 10.0 x10.0 RogB5% @ (250 2.00 #45-723 Qty 6+ 23,270
250-700nm  700nm)
Rayq >969
7 869_ 20 O/Oonr@n Protected
- N4 10.0x10.0 Rgg>9%6% @ g‘g'g_ 2.00 #45-724 Qty?65-|,-3?343243 10tz days
2000 - 10000nm)
10,000nm
Rayq >98%
4 580"9_ 200 Sn;@n Protected
o Silver 24,905 10 to 12 days
B N4 100x100  Rag>98%@ 450 2.00 #49-189 Qty 6+ 23,931
2000 - 10000nm)
10,000nm
Enhanced
Rag>95% @  Aluminum 34,087 10 to 12 days
1250 M4 430 -650mm  (450- 2.00 #45-601 Qly 6+ 23.270
650nm)
Rag >89% @ Enhanced
250 -450nm  Aluminum 34,087 10 to 12 days
1250 N4 : Rag>85% @ (250- 200  #45:602 Qty 6+ 23,270
250-700nm  700nm)
Rayg >96%
7 80"9_ 200 Sn;@n Protected
1250 M4 Roq >96% Gold 200  #45603 35,333 101012 days
. - avg o @ (700- : e Qty 6+ 34,243
2000 - 10000nm)
10,000nm
Rayg >98%
4 5""69 20 Ooon% Protected
. Silver 34,905 10 to 12 days
1250 N4 - Rag>98% @ 450, 200  #49-190 Qly 6+ 23,931
2000 - 10000nm)
10,000nm
Enhanced
Rag >95% @  Aluminum 4,087 Contact Us
- e 2sxi25 29T S R 200 #48-406 Qty 6+ 3,270

650nm)



https://www.edmundoptics.com/p/10mm-dia-protected-gold-lambda4-mirror/6088/
https://www.edmundoptics.com/p/10mm-dia-protected-silver-lambda4-mirror/9530/
https://www.edmundoptics.com/p/10-x-10mm-enhanced-aluminum-lambda4-mirror/6202/
https://www.edmundoptics.com/p/10-x-10mm-uv-enhanced-aluminum-lambda4-mirror/6203/
https://www.edmundoptics.com/p/10-x-10mm-protected-gold-lambda4-mirror/6204/
https://www.edmundoptics.com/p/10-x-10mm-protected-silver-lambda4-mirror/9531/
https://www.edmundoptics.com/p/125mm-dia-enhanced-aluminum-lambda4-mirror/6089/
https://www.edmundoptics.com/p/125mm-dia-uv-enhanced-aluminum-lambda4-mirror/6090/
https://www.edmundoptics.com/p/125mm-dia-protected-gold-lambda4-mirror/6091/
https://www.edmundoptics.com/p/125mm-dia-protected-silver-lambda4-mirror/9532/
https://www.edmundoptics.com/p/125-x-125mm-enhanced-aluminum-lambda4-mirror/8654/

Rawg>89% @ Enhanced
250 -450nm  Aluminum 34,087 10 to 12 days
_ N4 125x125 Ra\,g >85% @ (250- 2.00 #48-409 Qty 6+ 23,270
250-700nm  700nm)
Rag >96%
780‘9_ 20000nr@n Protected
- N4 125x125  Rag>9%6% @ gg'g_ 200  #48-412 Qty?65;3%343243 10to 12 days
2000 10000nm)
10,000nm
Rovq >98%
4 5aO\g- ZOOSnC?n Protected
o Silver 24,905 Contact Us
- N4 125x12.5 Ravg >98% @ (450- 2.00 #49-191 Qty 6+ 23,931
2000-  409000nm)
10,000nm
Enhanced
Rag>95% @  Aluminum 34,282 10 to 12 days
- N4 125x17.5 450 - 650nm (450- 3.00 #25-746 Qly 6+ 33,425
650nm)
Rawg>89% @ Enhanced
) 250 -450nm  Aluminum R 4,282 10to 12 days
N4 12.5x17.5 Ra\g >85% @ (250- 3.00 #25-747 Qly 6+ 33,425
250-700nm  700nm)
Rovq >96%
780\9_ ZOOSnC?n Protected
o Gold 5,722 10 to 12 days
- N4 125x17.5 Ravg >96% @ (700- 3.00 #25-748 Qty 6+ 24,593
2000-  40000nm)
10,000nm
Ravg >98%
4 SaO\g- 20000nr@n Protected
- N4 125x175 Rag>98% @ (S4I|€\>/8r 300  #25749 Qtyissf’:fz 43 Contact Us
2000-  10000nm)
10,000nm
Enhanced
Rag >95% @ Aluminum 34,087 Contact Us
1270 N4 4o osonm  (450- 200  #25-730 Qly 6+ 23,270
650nm)
Rawg>89% @ Enhanced
250 -450nm  Aluminum 34,087 10 to 12 days
1270 N4 - Rog-85% @ (250 200  #25-731 Qty 6423270
250-700nm  700nm)
Rag >96%
750‘9_ 20000nr@n Protected
1270 N4 - Ray >96% @ ((758'(‘)’_ 200  #25-732 Qty?65;3€343243 10to 12 days
2000 10000Nm)
10,000nm
Rovq >98%
4 5aO\g- ZOOSn(?n Protected
o Silver 24,905 10 to 12 days
12.70 N4 - Ra\,g >98% @ (450- 2.00 #25-733 Qty 6+ 23,931
2000-  409000nm)

10,000nm



https://www.edmundoptics.com/p/125-x-125mm-uv-enhanced-aluminum-lambda4-mirror/8657/
https://www.edmundoptics.com/p/125-x-125mm-protected-gold-lambda4-mirror/8660/
https://www.edmundoptics.com/p/125-x-125mm-protected-silver-lambda4-mirror/9533/
https://www.edmundoptics.com/p/125-x-175mm-enhanced-aluminum-4-mirror/51630/
https://www.edmundoptics.com/p/125-x-175mm-uv-enhanced-aluminum-4-mirror/51633/
https://www.edmundoptics.com/p/125-x-175mm-protected-gold-4-mirror/51631/
https://www.edmundoptics.com/p/125-x-175mm-protected-silver-4-mirror/51632/
https://www.edmundoptics.com/p/127mm-dia-enhanced-aluminum-4-mirror/51634/
https://www.edmundoptics.com/p/127mm-dia-uv-enhanced-aluminum-4-mirror/51637/
https://www.edmundoptics.com/p/127mm-dia-protected-gold-4-mirror/51635/
https://www.edmundoptics.com/p/127mm-dia-protected-silver-4-mirror/51636/

Enhanced

Rag >95% @ Aluminum 34,282 10 to 12 days
1500 N4 . i esom | (450- 200  #63-162 Qty 6+ 25,425
650nm)
Rawg>89% @ Enhanced
) 250 -450nm  Aluminum _ 34,282 10 to 12 days
1500 N4 Rag>85% @  (250- 200 #63-168 Qty 6+ 23,425
250-700nm  700nm)
Rovg >969
780‘9 200/00nr@n Protected
B Gold 35,722 10to 12 days
15.00 N4 - Ra\g >96% @ (700- 2.00 #63-174 Qty 6+ 24,593
2000-  109000nm)
10,000nm
Rag >98%
4 5aovg_ ZOOSn?n Protected
15.00 N4 R >98Y% Silver 200 #88-535 5,333 Contact Us
. - avg o @ (450- : - Qty 6+ 34,243
2000-  19000nm)
10,000nm
Enhanced
Rag>95% @  Aluminum 34,282 10 to 12 days
N4 15.0x15.0 450 - 650nm (450- 2.00 #45-725 Qly 6+ 33,425
650nm)
Rag>89% @ Enhanced
250 -450nm  Aluminum 34,282 Contact Us
- N4 15.0x15.0 Ra\g >85% @ (250- 2.00 #45-726 Qty 6+ 23425
250-700nm  700nm)
Raq >96%
780\'9_ ZOOSn?n Protected
N4 150x150 Rgg>96% Gold 200  #45-727 35,722 1010 12 days
- 0x150  Rag>9%6% @  (70. : - Qly 6+ 24,593
2000-  19000nm)
10,000nm
Rovg >989
4 5369_ 20 O/Oonr@n Protected
- N4 150x150 Rag>98% @ aggr 200 #49-192 Qty?65;3§’43243 10t0 12 days
2000- 109000nm)
10,000nm
Rawg >85% @ Protected
400 -700nm  Aluminum 33,698 10 to 12 days
- N4 16.0 x23.0 Ra\,g >90% @ (400- 5.00 #30-875 Qty 6+ 22,919
400 - 2000nm 2000nm)
Enhanced
Rag>95% @ Aluminum 34,282 10 to 12 days
- N4 16.0 x23.0 450 - 650nm (450- 5.00 #43-506 Qly 6+ 33,425
650nm)
Rawg>89% @ Enhanced
250 -450nm  Aluminum 4,282 Contact Us
- N4 16.0 x23.0 Ra\g >85% @ (250- 5.00 #46-716 Qty 6+ 23425
250-700nm  700nm)



https://www.edmundoptics.com/p/15mm-dia-enhanced-aluminum-lambda4-mirror/17776/
https://www.edmundoptics.com/p/15mm-dia-uv-enhanced-aluminum-lambda4-mirror/17782/
https://www.edmundoptics.com/p/15mm-dia-protected-gold-lambda4-mirror/17788/
https://www.edmundoptics.com/p/15mm-dia-protected-silver-lambda4-mirror/30793/
https://www.edmundoptics.com/p/15-x-15mm-enhanced-aluminum-lambda4-mirror/6205/
https://www.edmundoptics.com/p/15-x-15mm-uv-enhanced-aluminum-lambda4-mirror/6206/
https://www.edmundoptics.com/p/15-x-15mm-protected-gold-lambda4-mirror/6207/
https://www.edmundoptics.com/p/15-x-15mm-protected-silver-lambda4-mirror/9534/
https://www.edmundoptics.com/p/16-x-23mm-protected-aluminum-lambda4-mirror/1923/
https://www.edmundoptics.com/p/16-x-23mm-enhanced-aluminum-lambda4-mirror/5088/
https://www.edmundoptics.com/p/16-x-23mm-uv-enhanced-aluminum-lambda4-mirror/7050/

Rayg >96% @

Protected
700 - 2000nm
Gold 35,722 10 to 12 days
- N4 160x230 Rag>%6%@ (790, 500  #32-432 Qty 64 24,503
2000-  409000nm)
10,000nm
Ry >98%
4 5369 200/00nr@n Protected
. Silver 35,333 10 to 12 days
- o R )
N 160x230 Rag>98%@ (450 500  #46-721 Qly 64 24,243
2000 - 10000nm)
10,000nm
Enhanced
Rag >95% @  Aluminum 34,515 10 to 12 days
2000 N4 - 455 650mm  (450. 3.00  #63-163 Qty 6+ 23,581
650nm)
Rawg>89% @ Enhanced
250 -450nm  Aluminum 24,515 Contact Us
2000 M4 - Rag>85% @  (250- 300 #63-169 Qty 6+ 23,581
250-700nm  700nm)
Ry >96%
7869 200/00nr@n Protected
- Gold 35,917 10 to 12 days
- 0 _ )
2000 N4 Rag>96% @ 700, 300  #63-175 Qly 64 24,749
2000 - 10000nm)
10,000nm
Royg >989
ag 9%8% @ Protected
2000 Na ] ‘gfo 'f&?,?”m Silver 200 #85.536 25,527 1010 12 days
: ag>B% @ 45 : 188596 Qty 6+ 34,399
2000-  409000nm)
10,000nm
Enhanced
Rag>95% @  Aluminum 24,515 10 to 12 days
- N4 200x200 287 " NS0, 200  #45-728 Qty 65 23 561
650nm)
Rag>89% @ Enhanced
250 -450nm  Aluminum 34,515 10to 12 days
. N 20.0 x20.0 Rog 85% @  (250- 200  #45-729 Qty 6+ 23 5681
250-700nm  700nm)
Raq >96%
ag @ Protected
N4 20.0x200 7ROO ->29%(3’? & Cou 200  #45-730 35,917 1010 12 days
- 0x200  Rag>%6% @  (7q0. : 25190 Qty 6+ 34,749
2000-  409000nm)
10,000nm
R >98%
45369 2000‘)”(2 Protected
. Silver 35,527 10 to 12 days
- N4 200x200 Rag>98% @ (150 200  #49-193 Qly 64 24,399
2000 - 10000nm)
10,000nm
Rawg >85% @ Protected
400 -700nm  Aluminum 3,893 Contact Us
. N4 21.0 x30.0 Rag-00% @  (400- 500  #32-454 Qty 64 23,075
400 -2000nm 2000nm)



https://www.edmundoptics.com/p/16-x-23mm-protected-gold-lambda4-mirror/2337/
https://www.edmundoptics.com/p/16-x-23mm-protected-silver-lambda4-mirror/7055/
https://www.edmundoptics.com/p/20mm-dia-enhanced-aluminum-lambda4-mirror/17777/
https://www.edmundoptics.com/p/20mm-dia-uv-enhanced-aluminum-lambda4-mirror/17783/
https://www.edmundoptics.com/p/20mm-dia-protected-gold-lambda4-mirror/17789/
https://www.edmundoptics.com/p/20mm-dia-protected-silver-lambda4-mirror/30794/
https://www.edmundoptics.com/p/20-x-20mm-enhanced-aluminum-lambda4-mirror/6208/
https://www.edmundoptics.com/p/20-x-20mm-uv-enhanced-aluminum-lambda4-mirror/6209/
https://www.edmundoptics.com/p/20-x-20mm-protected-gold-lambda4-mirror/6210/
https://www.edmundoptics.com/p/20-x-20mm-protected-silver-lambda4-mirror/9535/
https://www.edmundoptics.com/p/21-x-30mm-protected-aluminum-lambda4-mirror/2350/

Enhanced

Rag >95% @ Aluminum 4,515 10 to 12 days
- N4 21.0x30.0 450 - 650nm (450- 5.00 #43-507 Qty 6+ 23,581
650nm)
Rag>89% @ Enhanced
) 250 -450nm  Aluminum R 24,515 10 to 12 days
N 210x300 o sesw@  (es0- 000 HAETH Qty 6+ 33,581
250-700nm  700nm)
Rog >969
7 859- 20 O/OOnr@n Protected
] N4 21.0x30.0 Rag>96% @ ((758'5’_ 500  #32:742 Qty?65+’9?147749 101012 days
2000-  109000nm)
10,000nm
Ravg >98%
4 580\9_ 200(;n?n Protected
o Silver 35,527 10 to 12 days
- N4 21.0x30.0 Ra\g >98% @ (450- 5.00 #46-722 Qty 6+ 24,399
2000-  19000nm)
10,000nm
Rawg >85% @ Protected
) 400 -700nm  Aluminum ) 33,893 10to 12 days
N4 22.0x22.0 Ra\g >90% @ (400- 5.00 #33-510 Qty 6+ 23,075
400 - 2000nm  2000nm)
Enhanced
Rag >95% @ Aluminum 34,515 10 to 12 days
- N4 22.0x22.0 450 - 650nm (450- 5.00 #32-516 Qly 6+ 23,581
650nm)
Rag>89% @ Enhanced
250 -450nm  Aluminum 24,515 Contact Us
) A4 22.0x22.0 Ra\g >85% @ (250- 5.00 #46-718 Qty 6+ 33,581
250-700nm  700nm)
Ravg >96%
780‘43_ 200 Oonr@n Protected
; N4 220%x220 Rag>96% @ gg'(‘)’_ 500  #32-433 Qty?651;9;477 49 10to 12 days
2000-  10000nm)
10,000nm
Rog >98%
4 5aO\g- ZOOSnC?n Protected
o Silver 35,527 Contact Us
- N4 22.0x22.0 Ravg >98% @ (450- 5.00 #46-723 Qty 6+ 24,399
2000-  409000nm)
10,000nm
Enhanced
Rag>95% @ Aluminum 35,099 10 to 12 days
2500 N4 - 485 650mm  (450- 300  #45-604 Qty 6+ 24,087
650nm)
Rag >89% @ Enhanced
) 250 -450nm  Aluminum ) 35,099 10to 12 days
2500 M4 Rog-85% @  (250- 300  #45-605 Qly 6+ 24,087
250-700nm  700nm)



https://www.edmundoptics.com/p/21-x-30mm-enhanced-aluminum-lambda4-mirror/5089/
https://www.edmundoptics.com/p/21-x-30mm-uv-enhanced-aluminum-lambda4mirror/7051/
https://www.edmundoptics.com/p/21-x-30mm-protected-gold-lambda4-mirror/2564/
https://www.edmundoptics.com/p/21-x-30mm-protected-silver-lambda4-mirror/7056/
https://www.edmundoptics.com/p/22-x-22mm-protected-aluminum-lambda4-mirror/3189/
https://www.edmundoptics.com/p/22-x-22mm-enhanced-aluminum-lambda4-mirror/2388/
https://www.edmundoptics.com/p/22-x-22mm-uv-enhanced-aluminum-lambda4mirror/7052/
https://www.edmundoptics.com/p/22-x-22mm-protected-gold-lambda4-mirror/2338/
https://www.edmundoptics.com/p/22-x-22mm-protected-silver-lambda4-mirror/7057/
https://www.edmundoptics.com/p/25mm-dia-enhanced-aluminum-lambda4-mirror/6092/
https://www.edmundoptics.com/p/25mm-dia-uv-enhanced-aluminum-lambda4-mirror/6093/

Rayg >96% @

Protected
700 - 2000nm
2500 N4 . Rag >96% @ (c7;8|g_ 300  #45-606 Qtfgf:;gm 101012 days
2000-  10000nm)
10,000nm
Rovg >989
4 5369_ 20 O/Oonr@n Protected
2500 N4 - Ravg >98% @ aggr 300  #49-194 Qw?66;1g540905 101012 days
2000- 109000nm)
10,000nm
Rag>85% @ Protected
400 -700nm  Aluminum 34,282 10 to 12 days
- N4 25.0x35.0 Ra\,g >90% @ (400- 5.00 #30-286 Qty 6+ 23,425
400 - 2000nm 2000nm)
Enhanced
Rag>95% @  Aluminum 35,099 10 to 12 days
- N4 25.0x25.0 450 - 650nm (450- 6.00 #45-333 Qly 6+ 34,087
650nm)
Rag >89% @ Enhanced
) 250 -450nm  Aluminum R 35,099 10to 12 days
Na o 250x250 00 Jo'® (2o 600  #45-334 Qly 6+ 24,087
250-700nm  700nm)
Rovq >96%
780\9_ ZOOSnC?n Protected
o Gold 27,357 10 to 12 days
- N4 25.0x25.0 Ravg >96% @ (700- 6.00 #45-335 Qty 6+ 25,878
2000-  40000nm)
10,000nm
Ravg >98%
4 SaO\g- 200 Oonr@n Protected
) N4 250x250 Rag>98% @ (S4llf\>lgr 600  #49-195 Qty%66;1?540905 1010 12 days
2000-  10000nm)
10,000nm
Enhanced
Rag >95% @ Aluminum 35,099 Contact Us
- w4 250x350 29" s HURE: 500  #32:513 Qty 6+ 24,087
650nm)
Rag>89% @ Enhanced
250 -450nm  Aluminum 5,099 7 days
_ N4 25.0x35.0 Ra\,g >85% @ (250- 5.00 #46-719 Qly 6+ 24,087
250-700nm  700nm)
Ravg >96%
750‘9_ 200 Oonr@n Protected
- N4 250x350 Rpg>%6%@ (C;g'g_ 500  #32-434 Qty%67+'3%557878 1010 12 days
2000 10000nm)
10,000nm
Rovq >98%
4 5aO\g- ZOOSn(?n Protected
o Silver 26,150 10 to 12 days
- N4 25.0x35.0 Ra\g >98% @ (450_ 5.00 M Qty 6+ 24.905
2000-  409000nm)

10,000nm



https://www.edmundoptics.com/p/25mm-dia-protected-gold-lambda4-mirror/6094/
https://www.edmundoptics.com/p/25mm-dia-protected-silver-lambda4-mirror/9536/
https://www.edmundoptics.com/p/25-x-35mm-protected-aluminum-lambda4-mirror/1871/
https://www.edmundoptics.com/p/25-x-25mm-enhanced-aluminum-lambda4-mirror/5803/
https://www.edmundoptics.com/p/25-x-25mm-uv-enhanced-aluminum-lambda4-mirror/5804/
https://www.edmundoptics.com/p/25-x-25mm-protected-gold-lambda4-mirror/5805/
https://www.edmundoptics.com/p/25-x-25mm-protected-silver-lambda4-mirror/9537/
https://www.edmundoptics.com/p/25-x-35mm-enhanced-aluminum-lambda4-mirror/2386/
https://www.edmundoptics.com/p/25-x-35mm-uv-enhanced-aluminum-lambda4mirror/7053/
https://www.edmundoptics.com/p/25-x-35mm-protected-gold-lambda4-mirror/2339/
https://www.edmundoptics.com/p/25-x-35mm-protected-silver-lambda4-mirror/7058/

Enhanced

Rag >95% @  Aluminum 5,099 10to 12 days
650nm)
Rag>89% @ Enhanced
) 250 -450nm  Aluminum R 5,099 10 to 12 days
25.40 N4 Ra\g >85% @ (250- 3.00 #25-735 Qty 6+ 34,087
250-700nm  700nm)
Rovg >969
7 (‘;"0‘9_ 20 0/00 nr@n Protected
2540 N4 - Rayg >96% @ (?8'5’_ 300 #25:736 Qty?67;3?557878 o
2000 - 10000nm)
10,000nm
Rog >98%
4 530"9_ 200 (;n?n Protected
o Silver 26,150 10 to 12 days
0540 N4 ] Rag>98% @ (450 300  #25-737 Qty 6+ 24,905
2000-  10000nm)
10,000nm
Enhanced
Rag>95% @  Aluminum 36,345 Contact Us
3000 N4 - 450 -650nm (450~ 300  #63-164 Qty 6+ 35,060
650nm)
Rag >89% @ Enhanced
250 -450nm  Aluminum 36,345 10to 12 days
30.00 M4 - Rag>85% @  (250- 3.00 #e3170 Qty 6+ 35,060
250-700nm  700nm)
Roq >96%
7 80"9_ 200 (;n?n Protected
o Gold 8,564 Contact Us
3000 M4 ] Rag>%6% @ (700 300  #63-176 Qty 6+ 26.851
2000-  19000Nm)
10,000nm
Rovg >989
4 5""69_ 20 0/00 nr@n Protected
30.00 N4 - Rag >98% @ Z";Sf 300 #88-537 Qty?67+’-1?652 722 e
2000 - 10000nm)
10,000nm
Enhanced
Rag >95% @ Aluminum 36,345 10 to 12 days
- ma 300x300 2970 S AR 500  #63-165 Qty 6+ 25,060
650nm)
Rag>89% @ Enhanced
) 250 -450nm  Aluminum ) 6,345 10 to 12 days
N 300x300 22 Tete T aso0s 500  #63-171 Qty 6+ 25,060
250-700nm  700nm)
Rovg >969
7 869_ 20 0/00 nr@n Protected
- N4 300x300 Rag>9%%@ g‘g'g_ 500  #63-177 Qty?esisgeg 851 Sontactts
2000 - 10000nm)

10,000nm



https://www.edmundoptics.com/p/254mm-dia-enhanced-aluminum-4-mirror/51638/
https://www.edmundoptics.com/p/254mm-dia-uv-enhanced-aluminum-4-mirror/51641/
https://www.edmundoptics.com/p/254mm-dia-protected-gold-4-mirror/51639/
https://www.edmundoptics.com/p/254mm-dia-protected-silver-4-mirror/51640/
https://www.edmundoptics.com/p/30mm-dia-enhanced-aluminum-lambda4-mirror/17778/
https://www.edmundoptics.com/p/30mm-dia-uv-enhanced-aluminum-lambda4-mirror/17784/
https://www.edmundoptics.com/p/30mm-dia-protected-gold-lambda4-mirror/17790/
https://www.edmundoptics.com/p/30mm-dia-protected-silver-lambda4-mirror/30795/
https://www.edmundoptics.com/p/30-x-30mm-enhanced-aluminum-lambda4-mirror/17779/
https://www.edmundoptics.com/p/30-x-30mm-uv-enhanced-aluminum-lambda4-mirror/17785/
https://www.edmundoptics.com/p/30-x-30mm-protected-gold-lambda4-mirror/17791/

Ravg >98% @

Protected
450 - 2000nm .
_ Vi 300x300 oo aggr 500 #86.538 Qty%67¥1%652722 10to 12 days
2000-  10000Nm)
10,000nm
Enhanced
Rag>95% @  Aluminum 37,941 Contact Us
- N4 35.0x50.0 28 e omm  (450- 500  #25-750 Qty 6+ 26,384
650nm)
Rag >89% @ Enhanced
250 -450nm  Aluminum 37,941 10to 12 days
- N4 35.0x50.0 Ra\g >85% @ (250_ 5.00 M Qty 6+ ?6,384
250-700nm  700nm)
Rayg >96% @ Protected
700 - 2000nm Gold 311.444 10 to 12 days
- N4 350x500 Rag>%6%@ 700 500  #25-752 Qly 6+ 29,147
2000-  10000nm)
10,000nm
Rovg >989
4 5369_ 20 O/Oonr@n Protected
- NA  350x500 Rag>98% @ aggr 500  #25-753 Qty?69;4?27051 3 conactte
2000 - 10000nm)
10,000nm
Enhanced
Rag >95% @  Aluminum 37,551 10 to 12 days
4000 N4 - 450-650nm  (450- 400  #63-166 Qly 6+ 26,033
650nm)
Rag>89% @ Enhanced
) 250 -450nm  Aluminum ) 7,551 10 to 12 days
40.00 N4 Rayg >85% @ (250- 4.00 #63-172 Qty 6+ 36,033
250-700nm  700nm)
Rovg >969
7 (‘;"E)g_ 20 O/Oonr@n Protected
4000 N4 - Rag >96% @ (?8'5’_ 400  #63-178 Qt; 2;2;22330 Pty
2000 - 10000nm)
10,000nm
Rag >98%
4 580"9_ 200 Sn;@n Protected
o Silver 8,408 10 to 12 days
4000 N4 - Rag>98% @ 450 400 #88-539 Qty 6+ 36,695
2000-  10000Nm)
10,000nm
Enhanced
Rag>95% @  Aluminum 37,551 10 to 12 days
N4 400x400 8Tt ason 500  #63-167 Qty 6+ 26,033
650nm)
Rag >89% @ Enhanced
250 -450nm  Aluminum 7,551 10to 12 days
- NA 400x400 o esw@  (2s0- 0 000 HOSAAIS Qty 6+ 26,033
250-700nm  700nm)



https://www.edmundoptics.com/p/30-x-30mm-protected-silver-lambda4-mirror/30796/
https://www.edmundoptics.com/p/35-x-50mm-enhanced-aluminum-4-mirror/51642/
https://www.edmundoptics.com/p/35-x-50mm-uv-enhanced-aluminum-4-mirror/51645/
https://www.edmundoptics.com/p/35-x-50mm-protected-gold-4-mirror/51643/
https://www.edmundoptics.com/p/35-x-50mm-protected-silver-4-mirror/51644/
https://www.edmundoptics.com/p/40mm-dia-enhanced-aluminum-lambda4-mirror/17780/
https://www.edmundoptics.com/p/40mm-dia-uv-enhanced-aluminum-lambda4-mirror/17786/
https://www.edmundoptics.com/p/40mm-dia-protected-gold-lambda4-mirror/17792/
https://www.edmundoptics.com/p/40mm-dia-protected-silver-lambda4-mirror/30797/
https://www.edmundoptics.com/p/40-x-40mm-enhanced-aluminum-lambda4-mirror/17781/
https://www.edmundoptics.com/p/40-x-40mm-uv-enhanced-aluminum-lambda4-mirror/17787/

Rayg >96% @

Protected
700 - 2000nm
Gold 210,432 10 to 12 days
- o _ )
N4 40.0 x40.0 Ra\g >96% @ (700- 5.00 #63-179 Qty 6+ 28,330
2000-  409000nm)
10,000nm
Rovg >989
4 5369 200/00nr@n Protected
B Silver 28,408 10to 12 days
- o _ )
N4 40.0x40.0 Ra\g >98% @ (450- 5.00 #88-540 Qty 6+ 26,695
2000-  10000nm)
10,000nm
Enhanced
Rag >95% @  Aluminum 38,564 10 to 12 days
50.00 N4 - de0 - osonm  {450- 400 #4507 Qty 6+ 26,851
650nm)
Rawg>89% @ Enhanced
) 250 -450nm  Aluminum ) 8,564 10 to 12 days
5000 M4 Rag>85% @  (250- 400 #45:608 Qty 6+ 26,851
250-700nm  700nm)
Rovg >969
7869 200/00nr@n Protected
B Gold 212,456 10to 12 days
- ) . K
50.00 N4 Ra\g >96% @ (700- 4.00 #45-609 Qty 6+ 29,965
2000-  10000nm)
10,000nm
Rovq >98%
ag @ Protected
5000 N4 ] 202000 ST L0 ao10 210,432 10to 12 days
: ag>B% @ 45 : FE9-1496 Qty 6+ 28,330
2000-  409000nm)
10,000nm
Enhanced
Rag>95% @  Aluminum 28,564 10 to 12 days
- N4 50.0 x50.0 450 - 650nm (450- 10.00 #45-336 Qly 6+ 26,851
650nm)
Rag>89% @ Enhanced
250 -450nm  Aluminum 38,564 10to 12 days
- N4 50.0 x50.0 Ra\g >85% @ (250- 10.00 #45-337 Qty 6+ 26,851
250-700nm  700nm)
Rovq >969
ag %% @ Protected
. N4 500x50.0 7ROO ->29%(3’? & Cod 1000  #45-338 12,456 1010 12 days
0x500  Rag>%6% @  (7q9. : 12538 Qty 6+ 29,965
2000-  409000nm)
10,000nm
Rovg >98%
45369 2000‘)”(2 Protected
- Silver 310,432 10 to 12 days
- o _ ;
N4 50.0 x50.0 Ravg >98% @ (450- 10.00 #49-197 Qty 6+ 28,330
2000-  10000nm)
10,000nm
Enhanced
Rag >95% @  Aluminum 38,564 10 to 12 days
50.80 N4 - 450 - 650nm (450- 4.00 #25-738 Qty 6+ 26,851

650nm)



https://www.edmundoptics.com/p/40-x-40mm-protected-gold-lambda4-mirror/17793/
https://www.edmundoptics.com/p/40-x-40mm-protected-silver-lambda4-mirror/30798/
https://www.edmundoptics.com/p/50mm-dia-enhanced-aluminum-lambda4-mirror/6095/
https://www.edmundoptics.com/p/50mm-dia-uv-enhanced-aluminum-lambda4-mirror/6096/
https://www.edmundoptics.com/p/50mm-dia-protected-gold-lambda4-mirror/6097/
https://www.edmundoptics.com/p/50mm-dia-protected-silver-lambda4-mirror/9538/
https://www.edmundoptics.com/p/50-x-50mm-enhanced-aluminum-lambda4-mirror/5806/
https://www.edmundoptics.com/p/50-x-50mm-uv-enhanced-aluminum-lambda4-mirror/5807/
https://www.edmundoptics.com/p/50-x-50mm-protected-gold-lambda4-mirror/5808/
https://www.edmundoptics.com/p/50-x-50mm-protected-silver-lambda4-mirror/9539/
https://www.edmundoptics.com/p/508mm-dia-enhanced-aluminum-4-mirror/51646/

Rawg>89% @ Enhanced
250 -450nm  Aluminum 38,564 10 to 12 days
50.80 N4 - Ra\g >85% @ (250- 4.00 #25-739 Qty 6+ 26,851
250-700nm  700nm)
Ravg >96%
780‘9_ 20000nr@n Protected
50.80 N4 - Ray 96% @ gg'g_ 400  #25-740 QJ%E;*SG%S 101012 days
2000-  10000nm)
10,000nm
Rog >98%
4 5aO\g- ZOOSnC?n Protected
o Silver 210,432 10 to 12 days
50.80 N4 - Ra\,g >98% @ (450- 4.00 #25-741 Qty 6+ 28,330
2000-  409000nm)
10,000nm
Rag>85% @ Protected
) 400 -700nm  Aluminum ) 34,905 10 to 12 days
5100 M4 Rag>90% @  (400- 1300 #33:511 Qty 6+ 23,931
400 - 2000nm  2000nm)
Enhanced
Ra\,g >95% @ Aluminum 8,564 10 to 12 days
5100 A4 450-650nm  (450- 1300 #32:514 Qty 6+ 26,851
650nm)
Rawg>89% @ Enhanced
250 -450nm  Aluminum 38,564 10 to 12 days
51.00 N4 - Ravg >85% @ (250- 13.00 #46-720 Qly 6+ 26,851
250-700nm  700nm)
Rag >96%
780\9_ 200 Oon?n Protected
5100 N4 - Ray 96% @ ((?g'g_ 13.00  #32-435 Qséilggges 101012 days
2000-  10000nm)
10,000nm
Rog >98%
4 govg_ 200(‘;”(;?1 Protected
o Silver 210,432 10to 12 days
51.00 N4 - Ra\,g >98% @ (450- 13.00 #46-725 Qty 6+ 28,330
2000-  109000nm)
10,000nm
Enhanced
Rag>95% @  Aluminum 316,582 10 to 12 days
- N4 75.0x75.0 450 - 650nm (450- 12.00 #45-339 Qly 6+ 213,235
650nm)
Rag>89% @ Enhanced
} 250 -450nm  Aluminum R 216,582 10to 12 days
N4 75.0x75.0 Ra\g >85% @ (250- 12.00 #45-340 Qty 6+ 213,235
250 -700nm  700nm)
Rog >96%
780\'9_ 200(‘;”(;?1 Protected
- N4 T50X750 Rag>9%6% @ (C;g'g_ 1200  #45-341 Qty%623%21675828 10t0 12 days
2000-  109000nm)

10,000nm



https://www.edmundoptics.com/p/508mm-dia-uv-enhanced-aluminum-4-mirror/51649/
https://www.edmundoptics.com/p/508mm-dia-protected-gold-4-mirror/51647/
https://www.edmundoptics.com/p/508mm-dia-protected-silver-4-mirror/51648/
https://www.edmundoptics.com/p/51mm-dia-protected-aluminum-lambda4-mirror/3190/
https://www.edmundoptics.com/p/51mm-dia-enhanced-aluminum-lambda4-mirror/2387/
https://www.edmundoptics.com/p/51mm-dia-uv-enhanced-aluminum-lambda4-mirror/7054/
https://www.edmundoptics.com/p/51mm-dia-protected-gold-lambda4-mirror/2340/
https://www.edmundoptics.com/p/51mm-dia-protected-silver-lambda4-mirror/7059/
https://www.edmundoptics.com/p/75-x-75mm-enhanced-aluminum-lambda4-mirror/5809/
https://www.edmundoptics.com/p/75-x-75mm-uv-enhanced-aluminum-lambda4-mirror/5810/
https://www.edmundoptics.com/p/75-x-75mm-protected-gold-lambda4-mirror/5811/

Ravg >98% @

Protected
450 -2000nm .
Silver 219,229 Contact Us
- 0 _ ,
N4 75.0x75.0 Ra\g >98% @ (450- 12.00 #88-541 Qty 6+ 215,375
2000-  409000nm)
10,000nm
Enhanced
Rag>95% @  Aluminum 326,547 Contact Us
- N4 100.0 x100.0 450 - 650nm (450- 15.00 #45-342 Qty 6+ 221,253
650nm)

Rag>89% @ Enhanced
250 -450nm  Aluminum
- N4 100.0 x100.0 Ravg >85% @ (250- 15.00 #45-343

250 -700nm  700nm)

326,547 10 to 12 days
Qty 6+ 321,253

Ravg >96%
780\'9_ ZOOSn?n Protected
- N4 100.0x100.0 Rag>96% @ (C;g'g_ 1500  #45:344 Qty§63f%52990272 10to0 12 days
2000-  409000nm)
10,000nm
Ran >98%
Edmund: "2
Silver 328,182 10to 12 days
optics worldwide%@ (450_ 15.00 #88-542 Qty6+ 322,577
, . 2000- " 109000nm) - _ ,
Copyright 2023, Edmund Optics Indid ®808tntimited, #267, Greystone Building, Second Floor, 6th Cross Rd, Binnamangala, Stage 1, Indiranagar,
Raoanaslurn- K arnataka India 5600282
BengaliruKarmatakatndia-560638

Phone: 1-800-363-1992 :
www.edmundoptics.com



https://www.edmundoptics.com/p/75-x-75mm-protected-silver-lambda4-mirror/30799/
https://www.edmundoptics.com/p/100-x-100mm-enhanced-aluminum-lambda4-mirror/5812/
https://www.edmundoptics.com/p/100-x-100mm-uv-enhanced-aluminum-lambda4-mirror/5813/
https://www.edmundoptics.com/p/100-x-100mm-protected-gold-lambda4-mirror/5814/
https://www.edmundoptics.com/p/100-x-100mm-protected-silver-lambda4-mirror/30800/
https://www.edmundoptics.com
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