Edmund

optics  worldwide

All Products / Optics / Windows and Diffusers / UV and IR Windows

EEER==E A/10 UV Fused Silica Windows

Common Specifications
Physical & Mechanical Properties

Bevel: Protective as needed

Edges:

Family ID #2331

UV, Visible, and NIR Anti-Reflection Coated Versions Available
M10 Transmitted Wavefront Distortion
Circular and Square Sizes from 2mm to 150mm

1A or M4 UV Fused Silica Windows Also Available

Fine Ground

Knoop Hardness

(kgimmd) 522.00

Poisson's Ratio:

0.16

Young's Modulus (GPa): 73

Optical Properties

Abbe Number (vg):

67.8

Index of Refraction (ng):

1.458

Material Properties

Density (g/cmd): 220



https://www.edmundoptics.com/c/products/0/
https://www.edmundoptics.com/c/optics/602/
https://www.edmundoptics.com/c/windows-diffusers/608/
https://www.edmundoptics.com/c/ultraviolet-uv-infrared-ir-windows/670/
https://www.edmundoptics.com/f/1lambda-uv-fused-silica-windows/12485/
https://www.edmundoptics.com/f/4-uv-fused-silica-windows/39677/

Technical Information
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Products

Dia.

Dimensions Thickness

(mm) (mm) (mm) Coating Stock Number Price Buy
2.00 - 100 Uncoated #27-669 Qty?66;9%658’538 10 to 12 days
2.50 . 100  Uncoated #27-670 Qty%66;9?658,538 10 to 12 days
3.00 - 100  Uncoated  #27-671 Qty%67;3%355’868 10to 12 days
4.00 . 100  Uncoated #27-672 Qty%67;7%765,1 o1 10 to 12 days
5.00 - 100  Uncoated  #47-833 Qty%68;7€26?932 10to 12 days
10.00 . 125  Uncoated #47-192 Qty?fgéess 10 to 12 days
12.50 - 1.50 Uncoated #47-193 Qty?68;5€069?785 10 to 12 days

- 1250x1250 150  Uncoated  #23-136 Qty€68;5%06?785 10 to 12 days
12.50 - 2.00 Uncoated #63-107 Qty?68;5€069?785 10 to 12 days
12.70 . 150  Uncoated #15-402 Qty€68;5%06?785 10 to 12 days
15.00 - 2.00 Uncoated #47-194 Qty?68;8%775’078 10 to 12 days
20.00 - 200  Uncoated  #63-204 Qty€69;4%672,555 10 to 12 days
25.00 - 1.00 Uncoated #11-876 Qtf;g,g;l% o5 10 to 12 days
25.00 . 200  Uncoated #11-877 Q;ggg;‘%gs 10 to 12 days
25.00 - 3.00 Uncoated #47-195 Qtf;g,g;l% o5 10 to 12 days

- 2500x2500 300  Uncoated  #23-137 10,049 10 to 12 days

Qty 6+ %7,995



https://www.edmundoptics.com/p/2mm-dia-1mm-thick-uncoated-10-fused-silica-window/53048/
https://www.edmundoptics.com/p/25mm-dia-1mm-thick-uncoated-10-fused-silica-window/53049/
https://www.edmundoptics.com/p/3mm-dia-1mm-thick-uncoated-10-fused-silica-window/53050/
https://www.edmundoptics.com/p/4mm-dia-1mm-thick-uncoated-10-fused-silica-window/53051/
https://www.edmundoptics.com/p/5mm-dia-1mm-thick-uncoated-lambda10-fused-silica-window/7992/
https://www.edmundoptics.com/p/10mm-dia-125mm-thick-uncoated-lambda10-fused-silica-window/7214/
https://www.edmundoptics.com/p/125mm-dia-15mm-thick-uncoated-lambda10-fused-silica-window/7215/
https://www.edmundoptics.com/p/125mm-sq-15mm-thick-uncoated-lambda10-fused-silica-window/49552/
https://www.edmundoptics.com/p/125mm-dia-2mm-thick-uncoated-lambda10-fused-silica-windows/17721/
https://www.edmundoptics.com/p/127mm-dia-15mm-thick-uncoated-lambda10-fused-silica-window/43431/
https://www.edmundoptics.com/p/15mm-dia-2mm-thick-uncoated-lambda10-fused-silica-window/7216/
https://www.edmundoptics.com/p/20mm-dia-2mm-thick-uncoated-lambda10-fused-silica-window/17818/
https://www.edmundoptics.com/p/25mm-dia-1mm-thick-uncoated-lambda10-fused-silica-window/40843/
https://www.edmundoptics.com/p/25mm-dia-2mm-thick-uncoated-lambda10-fused-silica-window/40849/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-uncoated-lambda10-fused-silica-window/7217/
https://www.edmundoptics.com/p/25mm-sq-3mm-thick-uncoated-lambda10-fused-silica-window/49553/

25.00 ; 500  Uncoated  #11-878 Qtjgig’g%% 1010 12 days
25.40 - 3.00 Uncoated #15-403 Qtjé 2,2471?9 o5 10 to 12 days
30.00 - 400  Uncoated #47-834 Qty§+2%7160?j1 50 10to 12 days
40.00 - 400  Uncoated #47-835 Qty? f%51213:553 10 to 12 days
50.00 - 100  Uncoated #34-599 Qty?+7%61%o1 . 10to 12 days
50.00 - 2.00  Uncoated #34-600 Qty?jgfﬁm . 10 to 12 days
50.00 ; 300  Uncoated #34-601 Qty?+7%61%o1 . 10 to 12 days
50.00 - 500  Uncoated #47-836 Qty?jgfﬁm . 10 to 12 days
_ 5000x50.00 500  Uncoated #23-138 Qty€61+7,?61(1f:01 . 10to 12 days
50.00 - 6.00  Uncoated #34-602 Qty?jgfﬁm . 10 to 12 days
50.80 - 500  Uncoated #15-404 Qty€61+7,?61(1f:01 . 10 to 12 days
75.00 - 300  Uncoated #36-935 Qty€62+9§‘2133:399 10 to 12 days
75.00 - 500  Uncoated #36-936 Qty%62+9%42133’399 10 to 12 days
100.00 - 500  Uncoated #17-561 Qty%63+7§‘209?890 10 to 12 days
125.00 - 600  Uncoated #17-562 Qty€64+7%3;71’592 10to 12 days
150.00 - 8.00  Uncoated #17-563 Qty%66+5%6;28,372 10 to 12 days
5.00 - 1.00 U(\zlé,ﬁ.R #65-870 Qtjg 2,22’66 i 10 to 12 days
425nm)
10.00 ] 125 U(XZS.R 465671 Qtjé 041 % s Contact Us

425nm)



https://www.edmundoptics.com/p/25mm-dia-5mm-thick-uncoated-lambda10-fused-silica-window/40855/
https://www.edmundoptics.com/p/254mm-dia-3mm-thick-uncoated-lambda10-fused-silica-window/43432/
https://www.edmundoptics.com/p/30mm-dia-4mm-thick-uncoated-lambda10-fused-silica-window/7993/
https://www.edmundoptics.com/p/40mm-dia-4mm-thick-uncoated-lambda10-fused-silica-window/7994/
https://www.edmundoptics.com/p/50mm-dia-1mm-thick-uncoated-lambda10-fused-silica-window/3939/
https://www.edmundoptics.com/p/50mm-dia-2mm-thick-uncoated-lambda10-fused-silica-window/3940/
https://www.edmundoptics.com/p/50mm-dia-3mm-thick-uncoated-lambda10-fused-silica-window/3941/
https://www.edmundoptics.com/p/50mm-dia-5mm-thick-uncoated-lambda10-fused-silica-window/7995/
https://www.edmundoptics.com/p/50mm-sq-5mm-thick-uncoated-lambda10-fused-silica-window/49554/
https://www.edmundoptics.com/p/50mm-dia-6mm-thick-uncoated-lambda10-fused-silica-window/3942/
https://www.edmundoptics.com/p/508mm-dia-5mm-thick-uncoated-lambda10-fused-silica-window/43433/
https://www.edmundoptics.com/p/75mm-dia-3mm-thick-uncoated-lambda-10-fused-silica-window/38791/
https://www.edmundoptics.com/p/75mm-dia-5mm-thick-uncoated-lambda-10-fused-silica-window/38792/
https://www.edmundoptics.com/p/100mm-dia-5mm-thick-uncoated-lambda10-fused-silica-window/45482/
https://www.edmundoptics.com/p/125mm-dia-6mm-thick-uncoated-lambda10-fused-silica-window/45483/
https://www.edmundoptics.com/p/150mm-dia-8mm-thick-uncoated-lambda10-fused-silica-window/45484/
https://www.edmundoptics.com/p/5mm-dia-1mm-thick-uv-ar-coated-lambda10-fused-silica-window/20390/
https://www.edmundoptics.com/p/10mm-dia-125mm-thick-uv-ar-coated-lambda10-fused-silica-window/20391/

UV-AR

310,636 10 to 12 days
12.50 - 1,50 (250- #65-872 !
UV-AR
. 1250x1250 150 (250- #24-296 10,636 10 to 12 days
Qly 6+ 38,472
425nm)
UV-AR
12.50 - 2.00 (250- #68-487 Qfég’gg% ) 10to 12 days
425nm) Y ,
UV-AR
12.70 - 150 (250- #15-405 I Contact Us
425nm) Y ,
UV-AR
15.00 - 2.00 (250- #65-873 ngl’gg?}% 10to 12 days
425nm) '
UV-AR
20.00 - 2.00 (250- #65-874 Qfé}gg% " 10 to 12 days
425nm) Y ,
UV-AR
25.00 - 1.00 (250- #11-879 Q;;E;gb‘? 0 10 to 12 days
425nm) '
UV-AR
25.00 - 2.00 (250- #11-880 Qféf;gg 9 10to 12 days
425nm) Y ,
UV-AR
25.00 - 3.00 (250- #65-875 Qf;i;gg 0 10 to 12 days
425nm) Yy )
UV-AR
. 2500x2500  3.00 (250- #24-304 Q;;E;g%g 10 to 12 days
425nm) '
UV-AR
25.00 - 5.00 (250- #11-881 thgf’;gi ' 10 to 12 days
425nm) y =
UV-AR
25.40 - 3.00 (250- #15-406 Qféf’;ﬁ o 10 to 12 days
425nm) Y ,
UV-AR
30.00 - 4.00 (250- #65-876 Qtf61+5%21527 16 Contact Us
425nm) '
UV-AR
17,017 Contact Us
40.00 - 4.00 (250- #65-877 Qy br 13570

425nm)



https://www.edmundoptics.com/p/125mm-dia-15mm-thick-uv-ar-coated-lambda10-fused-silica-window/20392/
https://www.edmundoptics.com/p/125mm-sq-15mm-thick-uv-ar-coated-10-fused-silica-window/49978/
https://www.edmundoptics.com/p/125mm-dia-2mm-thick-uv-ar-coated-lambda10-fused-silica-windows/23118/
https://www.edmundoptics.com/p/127mm-dia-15mm-thick-uv-ar-coated-lambda10-fused-silica-window/47430/
https://www.edmundoptics.com/p/15mm-dia-2mm-thick-uv-ar-coated-lambda10-fused-silica-window/20393/
https://www.edmundoptics.com/p/20mm-dia-2mm-thick-uv-ar-coated-lambda10-fused-silica-window/20394/
https://www.edmundoptics.com/p/25mm-dia-1mm-thick-uv-ar-coated-lambda10-fused-silica-window/40846/
https://www.edmundoptics.com/p/25mm-dia-2mm-thick-uv-ar-coated-lambda10-fused-silica-window/40850/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-uv-ar-coated-lambda10-fused-silica-window/20395/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-uv-ar-coated-10-fused-silica-window/49986/
https://www.edmundoptics.com/p/25mm-dia-5mm-thick-uv-ar-coated-lambda10-fused-silica-window/40856/
https://www.edmundoptics.com/p/254mm-dia-3mm-thick-uv-ar-coated-lambda10-fused-silica-window/47431/
https://www.edmundoptics.com/p/30mm-dia-4mm-thick-uv-ar-coated-lambda10-fused-silica-window/20396/
https://www.edmundoptics.com/p/40mm-dia-4mm-thick-uv-ar-coated-lambda10-fused-silica-window/20397/

UV-AR

20,098 Contact Us
50.00 - 1.00 (250- #36-938 :
4350m) Qty 6+ 316,027
UV-AR
20.098 10 to 12 days
50.00 - 2.00 (250- #36-943 :
4350m) Qty 6+ 316,027
UV-AR
20,098 Contact Us
50.00 - 3.00 (250- #36-948 :
455mm) Qty 6+ 316,027
UV-AR
50.00 - 5.00 (250- #65-878 ot €62+0%01968027 1010 12 days
425nm) y ’
UV-AR
- 50.00x50.00  5.00 (250- #24-312 320,098 1010 12 days
Qty 6+ 316,027
425nm)
UV-AR
50.00 ; 6.00 (250- #36-953 o %62+0%01968027 1010 12 days
425nm) y :
UV-AR
220,098 10 to 12 days
50.80 - 5.00 (250- #15-407 ;
4350m) Qty 6+ 316,027
UV-AR
234,401 10 to 12 days
75.00 - 3.00 (250- #36-958 :
4350m) Qty 6+ 327,433
UV-AR
334,401 10to 12 days
75.00 - 5.00 (250- #36-963 Qty 6+ 27433
425nm)
UV-VIS
5.00 ] 1.00 (250- #48-062 Q;;E’gg% i 1010 12 days
700nm) ’
UV-VIS
10.00 - 1.25 (250- #48-063 Qf;g’ggg% 1010 12 days
700nm) y ’
UV-VIS
12.50 ; 1,50 (250- #48-064 thég’ggan 100 12 days
700nm) y ’
UV-VIS
- 1250x1250 150 (250- #24-297 Q;;E’ggim Contact Us
700nm) ’
UV-VIS
310,636 10 to 12 days
12.50 - 2.00 (250- #68-488 Qty 6+ 26,472

700nm)



https://www.edmundoptics.com/p/50mm-dia-1mm-thick-uv-ar-coated-lambda-10-fused-silica-window/36006/
https://www.edmundoptics.com/p/50mm-dia-2mm-thick-uv-ar-coated-lambda-10-fused-silica-window/36007/
https://www.edmundoptics.com/p/50mm-dia-3mm-thick-uv-ar-coated-lambda-10-fused-silica-window/36008/
https://www.edmundoptics.com/p/50mm-dia-5mm-thick-uv-ar-coated-lambda10-fused-silica-window/20398/
https://www.edmundoptics.com/p/50mm-dia-5mm-thick-uv-ar-coated-10-fused-silica-window/49994/
https://www.edmundoptics.com/p/50mm-dia-6mm-thick-uv-ar-coated-lambda-10-fused-silica-window/36009/
https://www.edmundoptics.com/p/508mm-dia-5mm-thick-uv-ar-coated-lambda10-fused-silica-window/47432/
https://www.edmundoptics.com/p/75mm-dia-3mm-thick-uv-ar-coated-lambda-10-fused-silica-window/38794/
https://www.edmundoptics.com/p/75mm-dia-5mm-thick-uv-ar-coated-lambda-10-fused-silica-window/38799/
https://www.edmundoptics.com/p/5mm-dia-1mm-thick-uv-vis-coated-lambda10-fused-silica-window/8263/
https://www.edmundoptics.com/p/10mm-dia-125mm-thick-uv-vis-coated-lambda10-fused-silica-window/8264/
https://www.edmundoptics.com/p/125mm-dia-15mm-thick-uv-vis-coated-lambda10-fused-silica-window/8265/
https://www.edmundoptics.com/p/125mm-dia-15mm-thick-uv-vis-coated-10-fused-silica-window/49979/
https://www.edmundoptics.com/p/125mm-dia-2mm-thick-uv-vis-coated-lambda10-fused-silica-windows/23119/

Uv-vIS

310,636 10 to 12 days
12.70 - 1,50 (250- #15-408 !
700nm) Qty 6+38,472
UV-VIS
15.00 - 2.00 (250- #48-065 thél’ggi o 10to 12 days
700nm) y ,
UV-VIS
20.00 - 2.00 (250- #63-206 Qt%gl’gggm X 10 to 12 days
700nm) Y ;
UV-VIS
25.00 - 1.00 (250- #11-882 Qf;i;gi 0 10 to 12 days
700nm) y ;
UV-VIS
25.00 - 2.00 (250- #11-883 Q;;E;gf‘ﬂ o 10to 12 days
700nm) '
UV-VIS
25.00 - 3.00 (250- #48-066 Qféi;é% o 10to 12 days
700nm) Y ;
UV-VIS
- 2500x2500  3.00 (250- #24-305 Q;;E;gb‘?w 10 to 12 days
700nm) '
UV-VIS
25.00 - 5.00 (250- #11-884 Qféf;gg 9 10 to 12 days
700nm) Y ,
UV-VIS
25.40 - 3.00 (250- #15-409 Qf;i;gg i 10 to 12 days
700nm) y 6+ 39,
UV-VIS
30.00 - 4.00 (250- #48-067 Qty?+5%215271 6 10to 12 days
700nm) '
UV-VIS
317,017 10to 12 days
40.00 - 4.00 (250- #48-068 ’
700nm) Qty 6+3313,570
UV-VIS
320,098 1010 12 days
50.00 - 1.00 (250- #36-939 :
700nm) Qty 6+316,027
UV-VIS
320,098 10 to 12 days
50.00 - 2.00 (250- #36-944 :
700nm) Qty 6+ 316,027
UV-VIS
320,098 10 to 12 days
50.00 - 3.00 (250- #36-949 Qy o 16,027

700nm)



https://www.edmundoptics.com/p/127mm-dia-15mm-thick-uv-vis-coated-lambda10-fused-silica-window/47433/
https://www.edmundoptics.com/p/15mm-dia-2mm-thick-uv-vis-coated-lambda10-fused-silica-window/8266/
https://www.edmundoptics.com/p/20mm-dia-2mm-thick-uv-vis-coated-lambda10-fused-silica-window/17820/
https://www.edmundoptics.com/p/25mm-dia-1mm-thick-uv-vis-coated-lambda10-fused-silica-window/40845/
https://www.edmundoptics.com/p/25mm-dia-2mm-thick-uv-vis-coated-lambda10-fused-silica-window/40851/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-uv-vis-coated-lambda10-fused-silica-window/8267/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-uv-vis-coated-10-fused-silica-window/49987/
https://www.edmundoptics.com/p/25mm-dia-5mm-thick-uv-vis-coated-lambda10-fused-silica-window/40857/
https://www.edmundoptics.com/p/254mm-dia-3mm-thick-uv-vis-coated-lambda10-fused-silica-window/47434/
https://www.edmundoptics.com/p/30mm-dia-4mm-thick-uv-vis-coated-lambda10-fused-silica-window/8268/
https://www.edmundoptics.com/p/40mm-dia-4mm-thick-uv-vis-coated-lambda10-fused-silica-window/8269/
https://www.edmundoptics.com/p/50mm-dia-1mm-thick-uv-vis-coated-lambda-10-fused-silica-window/36010/
https://www.edmundoptics.com/p/50mm-dia-2mm-thick-uv-vis-coated-lambda-10-fused-silica-window/36011/
https://www.edmundoptics.com/p/50mm-dia-3mm-thick-uv-vis-coated-lambda-10-fused-silica-window/36012/

Uv-vIS

220,098 10 to 12 days
50.00 - 5.00 (250- #48-069 Qty 6+ 216,027
700nm)
UV-VIS
- 5000x50.00  5.00 (250- #24-313 320,098 1010 12 days
Qty 6+ 316,027
700nm)
UV-VIS
220.098 Contact Us
50.00 - 6.00 (250- #36-954 :
700nm) Qty 6+ 316,027
UV-VIS
220,098 10 to 12 days
50.80 - 5.00 (250- #15-410 :
700nm) Qty 6+ 316,027
UV-VIS
234,401 10 to 12 days
75.00 - 3.00 (250- #36-959 :
700mm) Qty 6+ 327,433
UV-VIS
334,401 10to 12 days
75.00 - 5.00 (250- #36-964 Qty 6+ £27.433
700nm)
UV-VIS
100.00 - 5.00 (250- #22-064 357,947 1010 12 days
Qty 6+ 346,211
700nm)
UV-VIS
125.00 ; 6.00 (250- #22-065 374,450 1010 12 days
Qty 6+ 359,157
700nm)
UV-VIS
398,656 10 to 12 days
150.00 - 8.00 (250- #22-066 Qty 6+ 278,558
700nm)
VIS-EXT
11,003 10 to 12 days
5.00 - 1.00 (350- #13-330 ’
700nm) Qty 6+ 38,765
VIS-EXT
10.00 - 125 (350- #13-331 e 1010 12 days
700nm) y :
VIS-EXT
- 1250x1250 150 (350- #24-301 310,856 1010 12 days
Qty 6+ 38,619
700nm)
VIS-EXT
12.50 - 1.50 (350- #13-332 Q§;2,22661 9 1010 12 days
700nm) ’
VIS-EXT
210,856 10 to 12 days
12.50 - 2.00 (350- #13-333 Qty 6+ 28,619

700nm)



https://www.edmundoptics.com/p/50mm-dia-5mm-thick-uv-vis-coated-lambda10-fused-silica-window/8270/
https://www.edmundoptics.com/p/50mm-dia-5mm-thick-uv-vis-coated-10-fused-silica-window/49995/
https://www.edmundoptics.com/p/50mm-dia-6mm-thick-uv-vis-coated-lambda-10-fused-silica-window/36013/
https://www.edmundoptics.com/p/508mm-dia-5mm-thick-uv-vis-coated-lambda10-fused-silica-window/47435/
https://www.edmundoptics.com/p/75mm-dia-3mm-thick-uv-vis-lambda-10-fused-silica-window/38795/
https://www.edmundoptics.com/p/75mm-dia-5mm-thick-uv-vis-lambda-10-fused-silica-window/38800/
https://www.edmundoptics.com/p/100mm-dia-5mm-thick-uv-vis-coated-lambda10-fused-silica-window/48170/
https://www.edmundoptics.com/p/125mm-dia-6mm-thick-uv-vis-coated-lambda10-fused-silica-window/48171/
https://www.edmundoptics.com/p/150mm-dia-8mm-thick-uv-vis-coated-lambda10-fused-silica-window/48172/
https://www.edmundoptics.com/p/5mm-dia-1mm-thick-vis-ext-coated-lambda10-fused-silica-window/44243/
https://www.edmundoptics.com/p/10mm-dia-125mm-thick-vis-ext-coated-lambda10-fused-silica-window/44244/
https://www.edmundoptics.com/p/125mm-dia-15mm-thick-vis-ext-coated-10-fused-silica-window/49983/
https://www.edmundoptics.com/p/125mm-dia-15mm-thick-vis-ext-coated-lambda10-fused-silica-window/44245/
https://www.edmundoptics.com/p/125mm-dia-2mm-thick-vis-ext-coated-lambda10-fused-silica-windows/44246/

VIS-EXT

210,856 10 to 12 days
12.70 - 1,50 (350- #15-781 !
700nm) Qty 6+ 38,619
VIS-EXT
15.00 - 2.00 (350- #13-334 Qf;}gg% " 10to 12 days
700nm) Y ,
VIS-EXT
20.00 - 2.00 (350- #13-335 Qf;}gg% 5 10 to 12 days
700nm) Y ,
VIS-EXT
25.00 - 1.00 (350- #13-336 Qf;igg% o5 10 to 12 days
700nm) y 6+ 29,
VIS-EXT
25.00 - 2.00 (350- #13-337 Q;gf’gg% o Contact Us
700nm) '
VIS-EXT
. 2500x2500  3.00 (350- #24-309 312,396 10 to 12 days
Qly 6+ 29,866
700nm)
VIS-EXT
25.00 - 3.00 (350- #13-338 Q;;Egg% o5 10 to 12 days
700nm) '
VIS-EXT
25.00 - 5.00 (350- #13-339 Qt%g’gg% s 10to 12 days
700nm) Y ,
VIS-EXT
25.40 - 3.00 (350- #15-782 Qf;igg% o6 10 to 12 days
700nm) Y ,
VIS-EXT
15477 10 to 12 days
30.00 - 4.00 (350- #16-461 :
700nm) Qty 6+312,323
VIS-EXT
40.00 - 4.00 (350- #13-341 o 27%2133771 ] 10 to 12 days
700nm) Y ,
VIS-EXT
50.00 - 1.00 (350- #13-342 o ?62+0%311681 . 10 to 12 days
700nm) Y ,
VIS-EXT
50.00 - 2.00 (350- #13-343 Qty%62+0,€31 1681 » 10to 12 days
700nm) ’
VIS-EXT
50.00 - 3.00 (350- #13-344 320,318 10 to 12 days

700nm)

Qty 6+316,174



https://www.edmundoptics.com/p/127mm-dia-15mm-thick-vis-ext-coated-lambda10-fused-silica-window/44247/
https://www.edmundoptics.com/p/15mm-dia-2mm-thick-vis-ext-coated-lambda10-fused-silica-window/44248/
https://www.edmundoptics.com/p/20mm-dia-2mm-thick-vis-ext-coated-lambda10-fused-silica-window/44249/
https://www.edmundoptics.com/p/25mm-dia-1mm-thick-vis-ext-coated-lambda10-fused-silica-window/44250/
https://www.edmundoptics.com/p/25mm-dia-2mm-thick-vis-ext-coated-lambda10-fused-silica-window/44251/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-vis-ext-coated-10-fused-silica-window/49991/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-vis-ext-coated-lambda10-fused-silica-window/44252/
https://www.edmundoptics.com/p/25mm-dia-5mm-thick-vis-ext-coated-lambda10-fused-silica-window/44253/
https://www.edmundoptics.com/p/254mm-dia-3mm-thick-vis-ext-coated-lambda10-fused-silica-window/44254/
https://www.edmundoptics.com/p/30mm-dia-4mm-thick-vis-ext-coated-lambda10-fused-silica-window/44255/
https://www.edmundoptics.com/p/40mm-dia-4mm-thick-vis-ext-coated-lambda10-fused-silica-window/44256/
https://www.edmundoptics.com/p/50mm-dia-1mm-thick-vis-ext-coated-lambda10-fused-silica-window/44257/
https://www.edmundoptics.com/p/50mm-dia-2mm-thick-vis-ext-coated-lambda10-fused-silica-window/44258/
https://www.edmundoptics.com/p/50mm-dia-3mm-thick-vis-ext-coated-lambda10-fused-silica-window/44259/

VIS-EXT

320,318 10 to 12 days
50.00 - 5.00 (350- #13-345 ’
700nm) Qty 6+316,174
VIS-EXT
. 50.00x50.00  5.00 (350- #24-317 320,318 10 to 12 days
Qty 6+ 316,174
700nm)
VIS-EXT
50.00 - 6.00 (350- #13-346 o %62+0%31168 174 Contact Us
700nm) Y ;
VISEXT 10 to 12 da
50.80 - 5.00 (350- #15-783 o €62+0%31168 . ys
700nm) Y ,
VIS-EXT
334,841 10 to 12 days
75.00 - 3.00 (350- #15-799 ’
700nm) Qty 6+ 327,726
VIS-EXT
334,841 10to 12 days
75.00 - 5.00 (350- #15-800 ’
700nm) Qty 6+ 327,726
VIS-NIR
5.00 - 1.00 (400- #84-449 Q;;}ggfﬂ? o5 10 to 12 days
1000nm) '
VIS-NIR
10.00 - 1.25 (400- #84-450 Qfég,ggi 72 10 to 12 days
1000nm) Y ,
VIS-NIR
12,50 - 1,50 (400- #84-451 Qfég’gg% o 10to 12 days
1000nm) Y ,
VIS-NIR
- 1250x1250  1.50 (400- #24-302 Q;;E,gg% 0 10 to 12 days
1000nm) '
VIS-NIR
12.50 - 2.00 (400- #84-452 Qféf’igi ' 10 to 12 days
1000nm) y ,
VIS-NIR
12.70 - 1.50 (400- #15-414 thég’gg%w 10 to 12 days
1000nm) Y ,
VIS-NIR
15.00 - 2.00 (400- #84-453 Q;;}gg% 4 Contact Us
1000nm) '
VIS-NIR
11,809 10to 12 days
20.00 - 2.00 (400- #84-454 Qty 6+ 29 380

1000nm)



https://www.edmundoptics.com/p/50mm-dia-5mm-thick-vis-ext-coated-lambda10-fused-silica-window/44260/
https://www.edmundoptics.com/p/50mm-dia-5mm-thick-vis-ext-coated-10-fused-silica-window/49999/
https://www.edmundoptics.com/p/50mm-dia-6mm-thick-vis-ext-coated-lambda10-fused-silica-window/44261/
https://www.edmundoptics.com/p/508mm-dia-5mm-thick-vis-ext-coated-lambda10-fused-silica-window/44262/
https://www.edmundoptics.com/p/75mm-dia-3mm-thick-vis-ext-coated-lambda10-fused-silica-window/44263/
https://www.edmundoptics.com/p/75mm-dia-5mm-thick-vis-ext-coated-lambda10-fused-silica-window/44264/
https://www.edmundoptics.com/p/5mm-dia-1mm-thick-vis-nir-coated-lambda10-fused-silica-window/27545/
https://www.edmundoptics.com/p/10mm-dia-125mm-thick-vis-nir-coated-lambda10-fused-silica-window/27546/
https://www.edmundoptics.com/p/125mm-dia-15mm-thick-vis-nir-coated-lambda10-fused-silica-window/27547/
https://www.edmundoptics.com/p/125mm-dia-15mm-thick-vis-nir-coated-10-fused-silica-window/49984/
https://www.edmundoptics.com/p/125mm-dia-2mm-thick-vis-nir-coated-lambda10-fused-silica-windows/27548/
https://www.edmundoptics.com/p/127mm-dia-15mm-thick-vis-nir-coated-lambda10-fused-silica-window/47439/
https://www.edmundoptics.com/p/15mm-dia-2mm-thick-vis-nir-coated-lambda10-fused-silica-window/27549/
https://www.edmundoptics.com/p/20mm-dia-2mm-thick-vis-nir-coated-lambda10-fused-silica-window/27550/

VIS-NIR

25.00 - 1.00 (400- #11-888 Qf;igg% o 10 to 12 days
1000nm) y ;
VIS-NIR

25.00 - 2.00 (400- #11-889 Qf;igg% " 10 to 12 days
1000nm) Y ,
VIS-NIR

- 2500x2500 3.0 (400- #24-310 Qt%g’gg%% 10 to 12 days

1000nm) y ,
VIS-NIR

25.00 - 3.00 (400- #84-455 Qf;igg% o5 10 to 12 days
1000nm) y ;
VIS-NIR

25.00 - 5.00 (400- #11-890 Q;;E’ggz% 10to 12 days
1000nm) '
VIS-NIR

25.40 - 3.00 (400- #15-415 Qféigg% o5 10 to 12 days
1000nm) y 6+ %9,
VIS-NIR

30.00 - 4.00 (400- #84-456 o %g+5%41727 52 Contact Us
1000nm) y :
VIS-NIR

40.00 - 4.00 (400- 484457 o g 61-‘-7,%2133771 5 10 to 12 days
1000nm) y =
VIS-NIR

50.00 - 1.00 (400- #36-941 o €62+0,?31168174 10 to 12 days
1000nm) Y ,
VIS-NIR

50.00 - 2.00 (400- #36-946 Qty%62+0%311681 2y 10to 12 days
1000nm) '
VIS-NIR

50.00 - 3.00 (400- #36-951 o %62+0%311681 2y 10 to 12 days
1000nm) y ,
VIS-NIR

50.00 - 5.00 (400- #84-458 o ?62+0%311681 . 10 to 12 days
1000nm) Y ,
VIS-NIR

- 50.00x50.00 5.0 (400- #24-318 Qty€62+0§’11681 2y 10to 12 days

1000nm) ’
VIS-NIR

50.00 - 6.00 (400- #36-956 320,318 10 to 12 days

1000nm)

Qty 6+316,174



https://www.edmundoptics.com/p/25mm-dia-1mm-thick-vis-nir-coated-lambda10-fused-silica-window/40847/
https://www.edmundoptics.com/p/25mm-dia-2mm-thick-vis-nir-coated-lambda10-fused-silica-window/40853/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-vis-nir-coated-10-fused-silica-window/49992/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-vis-nir-coated-lambda10-fused-silica-window/27551/
https://www.edmundoptics.com/p/25mm-dia-5mm-thick-vis-nir-coated-lambda10-fused-silica-window/40859/
https://www.edmundoptics.com/p/254mm-dia-3mm-thick-vis-nir-coated-lambda10-fused-silica-window/47440/
https://www.edmundoptics.com/p/30mm-dia-4mm-thick-vis-nir-coated-lambda10-fused-silica-window/27552/
https://www.edmundoptics.com/p/40mm-dia-4mm-thick-vis-nir-coated-lambda10-fused-silica-window/27553/
https://www.edmundoptics.com/p/50mm-dia-1mm-thick-vis-nir-coated-lambda-10-fused-silica-window/36018/
https://www.edmundoptics.com/p/50mm-dia-2mm-thick-vis-nir-coated-lambda-10-fused-silica-window/36019/
https://www.edmundoptics.com/p/50mm-dia-3mm-thick-vis-nir-coated-lambda-10-fused-silica-window/36020/
https://www.edmundoptics.com/p/50mm-dia-5mm-thick-vis-nir-coated-lambda10-fused-silica-window/27554/
https://www.edmundoptics.com/p/50mm-dia-5mm-thick-vis-nir-coated-10-fused-silica-window/50000/
https://www.edmundoptics.com/p/50mm-dia-6mm-thick-vis-nir-coated-lambda-10-fused-silica-window/36021/

VIS-NIR

50.80 - 5.00 (400- #15-416 o €62+0%311681 » Contact Us
1000nm) Y ,
VIS-NR
75.00 - 3.00 (400- #36-961 o e 10to 12 days
1000nm) y ,
VIS-NR
75.00 - 5.00 (400- #36-966 o %63:‘%82471 o6 Contact Us
1000nm) y ;
VIS-NR
100.00 - 5.00 (400- #22-070 o €65+7§467 » 10to 12 days
1000nm) Y ,
VIS-NR 10 to 12 days
125.00 ; 6.00 (400- #22-071 o %67:‘%45590 57 Y
1000nm) Y ,
VIS-NR
150.00 ] 8.00 (400- 499,072 o %69+8,?67586558 10 to 12 days
1000nm) Y ;
VIS 0°
210,636 10 to 12 days
5.00 - 1.00 (425- #47-837 ’
VIS 0°
210,269 10 to 12 days
10.00 - 125 (425- #47-196 ’
VIS 0°
-~ 1250x1250 150 (425- #24-208 10,416 10 to 12 days
Qly 6+ 28,325
675nm)
VIS 0°
210,416 10 to 12 days
12.50 - 1,50 (425- #47-197 :
VIS 0°
210,416 10 to 12 days
12.50 - 2.00 (425- #68-489 ’
VIS 0°
310,416 10to 12 days
12.70 - 1,50 (425- #15-411 !
VIS 0°
15.00 - 2.00 (425- #47-198 Q§éf’§§%1 o 10to 12 days
675nm) '
VIS 0°
311,443 10to 12 days
20.00 - 2.00 (425- #63-205 Oty 61/ 26.095

675nm)



https://www.edmundoptics.com/p/508mm-dia-5mm-thick-vis-nir-coated-lambda10-fused-silica-window/47441/
https://www.edmundoptics.com/p/75mm-dia-3mm-thick-vis-nir-lambda-10-fused-silica-window/38797/
https://www.edmundoptics.com/p/75mm-dia-5mm-thick-vis-nir-lambda-10-fused-silica-window/38802/
https://www.edmundoptics.com/p/100mm-dia-5mm-thick-vis-nir-coated-lambda10-fused-silica-window/48176/
https://www.edmundoptics.com/p/125mm-dia-6mm-thick-vis-nir-coated-lambda10-fused-silica-window/48177/
https://www.edmundoptics.com/p/150mm-dia-8mm-thick-vis-nir-coated-lambda10-fused-silica-window/48178/
https://www.edmundoptics.com/p/5mm-dia-1mm-thick-vis-0deg-coated-lambda10-fused-silica-window/7996/
https://www.edmundoptics.com/p/10mm-dia-125mm-thick-vis-0deg-coated-lambda10-fused-silica-window/7218/
https://www.edmundoptics.com/p/125mm-dia-15mm-thick-vis-0-coated-10-fused-silica-window/49980/
https://www.edmundoptics.com/p/125mm-dia-15mm-thick-vis-0deg-coated-lambda10-fused-silica-window/7219/
https://www.edmundoptics.com/p/125mm-dia-2mm-thick-vis-0deg-coated-lambda10-fused-silica-windows/23120/
https://www.edmundoptics.com/p/127mm-dia-15mm-thick-vis-0-coated-lambda10-fused-silica-window/47436/
https://www.edmundoptics.com/p/15mm-dia-2mm-thick-vis-0deg-coated-lambda10-fused-silica-window/7220/
https://www.edmundoptics.com/p/20mm-dia-2mm-thick-vis-0deg-coated-lambda10-fused-silica-window/17819/

VIS 0°

212,029 10 to 12 days
25.00 - 1.00 (425- #11-885 ’
6750m) Qty 6+ 39,536
VIS 0°
212,029 10 to 12 days
25.00 - 2.00 (425- #11-886 ’
svam) Qty 6+ 39,536
VIS 0°
12,029 10to 12 days
25.00 ; 3.00 (425- #47-199
6vorm) Qty 6+ 39,536
VIS 0°
- 2500x25.00  3.00 (425- #24-306 312,029 1010 12 days
Qty 6+ 39,536
675nm)
VIS 0°
25.00 . 5.00 (425- #11-887 Q;;E’ggz% 1010 12 days
675nm) ’
VIS 0°
12,029 10to 12 days
25.40 ; 3.00 (425- #15-412 ’
67 Qty 6+ 39,536
VIS 0°
215,110 10 to 12 days
30.00 - 4.00 (425- #47-838 Qly 6+ 212,029
675nm)
VIS 0°
16,797 10 to 12 days
40.00 - 4.00 (425- #47-839 Qty 6+ £13,386
675nm)
VIS 0°
19,951 10to 12 days
50.00 - 1.00 (425- #36-940 Qty 6+ 215,880
675nm)
VIS 0°
219,951 10 to 12 days
50.00 - 2.00 (425- #36-945 :
svanm) Qty 6+ 315,880
VIS 0°
19,951 10to 12 days
50.00 . 3.00 (425- #36-950 Qty 6+ 215,880
675nm)
VIS 0°
19,951 10to 12 days
50.00 - 5.00 (425- #47-840 Qty 6+ 215,880
675nm)
VIS 0°
- 50.00x50.00  5.00 (425- #24-314 319,951 101012 days
Qty 6+ 15,880
675nm)
VIS 0°
19,951 10to 12 days
50.00 ; 6.00 (425- #36-955 Qty 6+ 215,880

675nm)



https://www.edmundoptics.com/p/25mm-dia-1mm-thick-vis-0deg-coated-lambda10-fused-silica-window/40844/
https://www.edmundoptics.com/p/25mm-dia-2mm-thick-vis-0deg-coated-lambda10-fused-silica-window/40852/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-vis-0deg-coated-lambda10-fused-silica-window/7221/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-vis-0-coated-10-fused-silica-window/49988/
https://www.edmundoptics.com/p/25mm-dia-5mm-thick-vis-0deg-coated-lambda10-fused-silica-window/40858/
https://www.edmundoptics.com/p/254mm-dia-3mm-thick-vis-0-coated-lambda10-fused-silica-window/47437/
https://www.edmundoptics.com/p/30mm-dia-4mm-thick-vis-0deg-coated-lambda10-fused-silica-window/7997/
https://www.edmundoptics.com/p/40mm-dia-4mm-thick-vis-0deg-coated-lambda10-fused-silica-window/7998/
https://www.edmundoptics.com/p/50mm-dia-1mm-thick-vis-0deg-coated-lambda-10-fused-silica-window/36014/
https://www.edmundoptics.com/p/50mm-dia-2mm-thick-vis-0deg-coated-lambda-10-fused-silica-window/36015/
https://www.edmundoptics.com/p/50mm-dia-3mm-thick-vis-0deg-coated-lambda-10-fused-silica-window/36016/
https://www.edmundoptics.com/p/50mm-dia-5mm-thick-vis-0deg-coated-lambda10-fused-silica-window/7999/
https://www.edmundoptics.com/p/50mm-dia-5mm-thick-vis-0-coated-10-fused-silica-window/49996/
https://www.edmundoptics.com/p/50mm-dia-6mm-thick-vis-0deg-coated-lambda-10-fused-silica-window/36017/

VIS 0°

319,951 10 to 12 days
50.80 - 5.00 (425- #15-413 .
675nm) Qty 6+ 315,880
VIS 0°
334,034 10 to 12 days
75.00 - 3.00 (425- #36-960 Qty 6+ 227,103
675nm)
VIS 0°
334,034 10to 12 days
75.00 - 5.00 (425- #36-965 Qty 6+ 227,103
675nm)
VIS 0°
356,846 10 to 12 days
100.00 - 5.00 (425- #22-067 Qty 6+ 245,294
675nm)
VIS 0°
72,250 10to 12 days
125.00 - 6.00 (425- #22-068 Qty 6+ 257,616
675nm)
VIS 0°
%96.822 10 to 12 days
150.00 - 8.00 (425- #22-069 .
675nm) Qty 6+%77,018
YAG-
) BBAR R 11,003 10 to 12 days
5.00 1.00 (500- #13-347 Qty 6+ 28,765
1100nm)
YAG-
) BBAR N 10,636 10 to 12 days
10.00 1.25 (500- #13-348 Qty 6+ 38,472
1100nm)
YAG-
) BBAR ) 10,856 10 to 12 days
12.50 x12.50 1.50 (500- #24-303 Qty 6+ 28,619
1100nm)
YAG-
BBAR %10,856 10 to 12 days
12.50 - 1.50 (500- #13-349 Qty 6+ 38,619
1100nm)
YAG-
) BBAR R 10,856 10 to 12 days
12.50 2.00 (500- #13-350 Qty 6+ 38,619
1100nm)
YAG-
) BBAR K 10,856 10 to 12 days
12.70 1.50 (500- #15-784 Qty 6+ 28,619

1100nm)



https://www.edmundoptics.com/p/508mm-dia-5mm-thick-vis-0-coated-lambda10-fused-silica-window/47438/
https://www.edmundoptics.com/p/75mm-dia-3mm-thick-vis-0deg-lambda-10-fused-silica-window/38796/
https://www.edmundoptics.com/p/75mm-dia-5mm-thick-vis-0deg-lambda-10-fused-silica-window/38801/
https://www.edmundoptics.com/p/100mm-dia-5mm-thick-vis-0deg-coated-lambda10-fused-silica-window/48173/
https://www.edmundoptics.com/p/125mm-dia-6mm-thick-vis-0deg-coated-lambda10-fused-silica-window/48174/
https://www.edmundoptics.com/p/150mm-dia-8mm-thick-vis-0deg-coated-lambda10-fused-silica-window/48175/
https://www.edmundoptics.com/p/5mm-dia-1mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44265/
https://www.edmundoptics.com/p/10mm-dia-125mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44266/
https://www.edmundoptics.com/p/125mm-dia-15mm-thick-yag-bbar-coated-10-fused-silica-window/49985/
https://www.edmundoptics.com/p/125mm-dia-15mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44267/
https://www.edmundoptics.com/p/125mm-dia-2mm-thick-yag-bbar-coated-lambda10-fused-silica-windows/44268/
https://www.edmundoptics.com/p/127mm-dia-15mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44269/

YAG-

) BBAR } 11,223 10 to 12 days
15.00 2.00 (500- #13-351 Qty 6+ 28,949
1100nm)
YAG-
) BBAR } 11,809 10 to 12 days
20.00 2.00 (500- #13-352 Qty 6+ 29,389
1100nm)
YAG-
BBAR 12,396 Contact Us
25.00 - 1.00 (500- #13-353 Qty 6+ 29,866
1100nm)
YAG-
) BBAR } 212,396 10 to 12 days
25.00 2.00 (500- #13-354 Qty 6+ 29,866
1100nm)
YAG-
BBAR 12,396 10 to 12 days
- 25.00 x25.00 3.00 (500- #24-311 Qty 6+ 29,866
1100nm)
YAG-
) BBAR } 12,396 10 to 12 days
25.00 3.00 (500- #13-355 Qty 6+ 29,866
1100nm)
YAG-
) BBAR ; 12,396 10 to 12 days
25.00 5.00 (500- #13-356 Qty 6+ 29,866
1100nm)
YAG-
) BBAR K 312,396 10 to 12 days
2540 3.00 (500- #15-785 Qty 6+ 29,866
1100nm)
YAG-
BBAR 15,477 10 to 12 days
30.00 - 4.00 (500- #13-357 Qty 6+ 212,323
1100nm)
YAG-
BBAR 17,237 10 to 12 days
40.00 - 4.00 (500- #13-358 Qty 6+ 313716
1100nm)
YAG-
) BBAR } 20,318 10 to 12 days
50.00 1.00 (500- #13-359 Qty 6+ 216,174

1100nm)



https://www.edmundoptics.com/p/15mm-dia-2mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44270/
https://www.edmundoptics.com/p/20mm-dia-2mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44271/
https://www.edmundoptics.com/p/25mm-dia-1mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44272/
https://www.edmundoptics.com/p/25mm-dia-2mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44273/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-yag-bbar-coated-10-fused-silica-window/49993/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44274/
https://www.edmundoptics.com/p/25mm-dia-5mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44275/
https://www.edmundoptics.com/p/254mm-dia-3mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44276/
https://www.edmundoptics.com/p/30mm-dia-4mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44277/
https://www.edmundoptics.com/p/40mm-dia-4mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44278/
https://www.edmundoptics.com/p/50mm-dia-1mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44279/

YAG-

] BBAR ) 320,318 10 to 12 days
50.00 2:00 (500- #13-360 Qty 6+ 216,174
1100nm)
YAG-
BBAR 20,318 Contact Us
50.00 i 3.00 (500- #13-361 Qty 6+ 316,174
1100nm)
YAG-
] BBAR ) 320,318 10 to 12 days
50.00 5.00 (500- #13-362 Qty 6+ 316,174
1100nm)
YAG-
BBAR 220,318 10 to 12 days
- 5000x50.00  5.00 500- #24-319 Qly 6+ £18,174
1100nm)
YAG-
BBAR 20,318 10to 12 days
50.00 - 6.00 (500. #13-363 Qty 6+ 216,174
1100nm)
YAG-
] BBAR ) 320,318 10 to 12 days
50.80 5.00 500, #15-786 Qly 6+ £16.174
1100nm)
YAG-
] BBAR ] 234,841 10 to 12 days
75.00 3.00 (500- #15-801 Qty 6+ 327,726
1100nm)
YAG-
] BBAR ] 234,841 10 to 12 days
75.00 5.00 500, #15-802 Gy 6+ 227,726
1100nm)
NIR |
5.00 - 1.00 (600- #84-459 Qf;g’ggim 1010 12 days
1050nm) y ’
NIR |
10.00 . 1.25 (600- #84-460 O eeeo70 101012 days
1050nm) y ’
NIR |
12.50 - 150 (600- #84-461 Q;gg’g;%% 1010 12 days
1050nm) ’
1250x12.50  1.50 E{?o' #24-299 310,416 1010 12 days
- S0 x12. : (600- - Qty 6+ 28,325

1050nm)



https://www.edmundoptics.com/p/50mm-dia-2mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44280/
https://www.edmundoptics.com/p/50mm-dia-3mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44281/
https://www.edmundoptics.com/p/50mm-dia-5mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44282/
https://www.edmundoptics.com/p/50mm-dia-5mm-thick-yag-bbar-coated-10-fused-silica-window/50001/
https://www.edmundoptics.com/p/50mm-dia-6mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44283/
https://www.edmundoptics.com/p/508mm-dia-5mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44284/
https://www.edmundoptics.com/p/75mm-dia-3mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44285/
https://www.edmundoptics.com/p/75mm-dia-5mm-thick-yag-bbar-coated-lambda10-fused-silica-window/44286/
https://www.edmundoptics.com/p/5mm-dia-1mm-thick-nir-i-coated-lambda10-fused-silica-window/27555/
https://www.edmundoptics.com/p/10mm-dia-125mm-thick-nir-i-coated-lambda10-fused-silica-window/27556/
https://www.edmundoptics.com/p/125mm-dia-15mm-thick-nir-i-coated-lambda10-fused-silica-window/27557/
https://www.edmundoptics.com/p/125mm-dia-15mm-thick-nir-i-coated-10-fused-silica-window/49981/

NIR |

1250 - 2.00 (600- #84-462 Qf;g,g;% 25 10 to 12 days
1050nm) y ;
NIR |
310,416 10 to 12 days
12.70 - 1.50 (600- #15-417 ’
1050nm) Qty 6+ 38,325
NIR |
15.00 - 2.00 (600- #84-463 Qf;g’gg% ” 10 to 12 days
1050nm) Y ;
NIR |
20.00 - 2.00 (600- #84-464 Qf;};‘g% o5 10 to 12 days
1050nm) y 6+ %9,
NIR |
25.00 - 1.00 (600- #11-891 Q;;E’gggﬁs 10to 12 days
1050nm) '
NIR |
25.00 - 2.00 (600- #11-892 Qféigg% ” 10 to 12 days
1050nm) Yy ,
NIR |
25.00 - 3.00 (600- #84-465 Q;;E,ggz% 10 to 12 days
1050nm) '
NIR |
25.00 - 5.00 (600- #11-893 Qféf’ggz . 10to 12 days
1050nm) Y ,
NIR |
25.40 - 3.00 (600- #15-418 thé %2395 6 10 to 12 days
1050nm) Y ,
K| 312,029 10 to 12 days
- 2500x25.00  3.00 (600- #24-307 Gty 6+ 8,536
1050nm) '
NIR |
215,110 10 to 12 days
30.00 - 4.00 (600- #84-466 ;
1050nm) Qty 6+312,029
NIR |
16,797 10to 12 days
40.00 - 4.00 (600- #84-467 ;
1050nm) Qty 6+ 313,386
NIR |
50.00 - 1.00 (600- #36-937 Qty%(;+9,%91551880 10to 12 days
1050nm) ’
NIR |
19,951 10to 12 days
50.00 - 2.00 (600- #36-942 Qty 6+ 215,880

1050nm)



https://www.edmundoptics.com/p/125mm-dia-2mm-thick-nir-i-coated-lambda10-fused-silica-windows/27558/
https://www.edmundoptics.com/p/127mm-dia-15mm-thick-nir-i-coated-lambda10-fused-silica-window/47442/
https://www.edmundoptics.com/p/15mm-dia-2mm-thick-nir-i-coated-lambda10-fused-silica-window/27559/
https://www.edmundoptics.com/p/20mm-dia-2mm-thick-nir-i-coated-lambda10-fused-silica-window/27560/
https://www.edmundoptics.com/p/25mm-dia-1mm-thick-nir-i-coated-lambda10-fused-silica-window/40848/
https://www.edmundoptics.com/p/25mm-dia-2mm-thick-nir-i-coated-lambda10-fused-silica-window/40854/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-nir-i-coated-lambda10-fused-silica-window/27561/
https://www.edmundoptics.com/p/25mm-dia-5mm-thick-nir-i-coated-lambda10-fused-silica-window/40860/
https://www.edmundoptics.com/p/254mm-dia-3mm-thick-nir-i-coated-lambda10-fused-silica-window/47443/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-nir-i-coated-10-fused-silica-window/49989/
https://www.edmundoptics.com/p/30mm-dia-4mm-thick-nir-i-coated-lambda10-fused-silica-window/27562/
https://www.edmundoptics.com/p/40mm-dia-4mm-thick-nir-i-coated-lambda10-fused-silica-window/27563/
https://www.edmundoptics.com/p/50mm-dia-1mm-thick-nir-i-coated-lambda-10-fused-silica-window/36022/
https://www.edmundoptics.com/p/50mm-dia-2mm-thick-nir-i-coated-lambda-10-fused-silica-window/36023/

NIR |

19,951 10 to 12 days
50.00 - 3.00 (600- #36-947 ’
1050nm) Qty 6+ 215,880
NIR |
319,951 10 to 12 days
50.00 - 5.00 (600- #84-468 ;
1050nm) Qty 6+ 315,880
R 319,951 10 to 12 days
- 50.00x50.00  5.00 (600- #24-315 ;
Qty 6+ 215,880
1050nm)
NIR |
219,951 10 to 12 days
50.00 - 6.00 (600- #36-952 ;
1050nm) Qty 6+ 15,880
NIR |
19,951 10to 12 days
50.80 - 5.00 (600- #15-419 ;
1050nm) Qty 6+ 315,880
NIR |
334,034 10to 12 days
75.00 - 3.00 (600- #36-957 ;
1050nm) Qty 6+ 327,103
NIR |
334,034 10 to 12 days
75.00 - 5.00 (600- #36-962 ;
105onm) Qty 6+ 327,103
NIR I
10,636 10 to 12 days
5.00 - 1.00 (750- #11-894 ’
1550nm) Qty 6+38,472
NIR I
10.00 - 125 (750- #11-895 e 10to 12 days
1550nm) Y ,
NIR I
12.50 - 1.50 (750- #11-896 Q;;gg;g 25 10 to 12 days
1550nm) '
NIR I
- 1250x1250 150 (750- #24-300 Qfé?g;g . 10 to 12 days
1550nm) Y ,
NIR I
310,416 10to 12 days
1250 - 2.00 (750- #11-897 ’
1550nm) Qty 6+ 28,325
NIR I
12.70 - 1,50 (750- #15-420 Q;;gg;g% 10to 12 days
1550nm) '
NIR I
310,856 10 to 12 days
15.00 - 2.00 (750- #11-898 Qly 6+ 36,610

1550nm)



https://www.edmundoptics.com/p/50mm-dia-3mm-thick-nir-i-coated-lambda-10-fused-silica-window/36024/
https://www.edmundoptics.com/p/50mm-dia-5mm-thick-nir-i-coated-lambda10-fused-silica-window/27564/
https://www.edmundoptics.com/p/50mm-dia-5mm-thick-nir-i-coated-10-fused-silica-window/49997/
https://www.edmundoptics.com/p/50mm-dia-6mm-thick-nir-i-coated-lambda10-fused-silica-window/36025/
https://www.edmundoptics.com/p/508mm-dia-5mm-thick-nir-i-coated-lambda10-fused-silica-window/47444/
https://www.edmundoptics.com/p/75mm-dia-3mm-thick-nir-i-coated-lambda-10-fused-silica-window/38793/
https://www.edmundoptics.com/p/75mm-dia-5mm-thick-nir-i-coated-lambda-10-fused-silica-window/38798/
https://www.edmundoptics.com/p/5mm-dia-1mm-thick-nir-ii-coated-lambda10-fused-silica-window/41469/
https://www.edmundoptics.com/p/10mm-dia-125mm-thick-nir-ii-coated-lambda10-fused-silica-window/41470/
https://www.edmundoptics.com/p/125mm-dia-15mm-thick-nir-ii-coated-lambda10-fused-silica-window/41471/
https://www.edmundoptics.com/p/125mm-dia-15mm-thick-nir-ii-coated-10-fused-silica-window/49982/
https://www.edmundoptics.com/p/125mm-dia-2mm-thick-nir-ii-coated-lambda10-fused-silica-window/41472/
https://www.edmundoptics.com/p/127mm-dia-15mm-thick-nir-ii-coated-lambda10-fused-silica-window/47445/
https://www.edmundoptics.com/p/15mm-dia-2mm-thick-nir-ii-coated-lambda10-fused-silica-window/41473/

NIR I

20.00 - 2.00 (750- #11-899 thél’gg%gs 10 to 12 days
1550nm) y ;
NIR |
25.00 - 1.00 (750- #11-900 Qf;f,gg%% 10 to 12 days
1550nm) y ,
NIR
25.00 - 2.00 (750- #11-901 Qf;fgg% 56 10to 12 days
1550nm) Y ;
NIR |
- 2500x2500  3.00 (750- #24-308 312,029 10 to 12 days
Qly 6+ 39,536
1550nm)
NIR |
25.00 - 3.00 (750- #11-902 Q;g%gg% ” Contact Us
1550nm) '
NIR |
25.00 - 5.00 (750- #11-903 Qféf’gg%% 10to 12 days
1550nm) Y ;
NIR |
2540 - 3.00 (750- #15-421 Q;;E,ggi% 10 to 12 days
1550nm) '
NIR
15,110 10 to 12 days
30.00 - 4.00 (750- #11-904 :
1550nm) Qty 6+312,029
NIR |
316,797 Contact Us
40.00 - 4.00 (750- #11-905 ’
1550nm) Qly 6+ 313,386
NIR
50.00 - 1.00 (750- #11-906 Qty%61+9,%91551880 10to 12 days
1550nm) '
NIR |
19,951 10 to 12 days
50.00 - 2.00 (750- #11-907 ’
1550nm) Qty 6+ 315,880
NIR |
19,951 10to 12 days
50.00 - 3.00 (750- #11-908 :
1550nm) Qty 6+ 315,880
NIR I
50.00 - 5.00 (750- #11-909 Qty?fff; 650 Contact Us
1550nm) ’
NIR |
19,951 10to 12 days
- 5000x50.00 500 (750- #24-316 Qty br £15.880

1550nm)



https://www.edmundoptics.com/p/20mm-dia-2mm-thick-nir-ii-coated-lambda10-fused-silica-window/41474/
https://www.edmundoptics.com/p/25mm-dia-1-mm-thick-nir-ii-coated-lambda10-fused-silica-window/41475/
https://www.edmundoptics.com/p/25mm-dia-2mm-thick-nir-ii-coated-lambda10-fused-silica-window/41476/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-nir-ii-coated-10-fused-silica-window/49990/
https://www.edmundoptics.com/p/25mm-dia-3mm-thick-nir-ii-coated-lambda10-fused-silica-window/41477/
https://www.edmundoptics.com/p/25mm-dia-5mm-thick-nir-ii-coated-lambda10-fused-silica-window/41478/
https://www.edmundoptics.com/p/254mm-dia-3mm-thick-nir-ii-coated-lambda10-fused-silica-window/47446/
https://www.edmundoptics.com/p/30mm-dia-4mm-thick-nir-ii-coated-lambda10-fused-silica-window/41479/
https://www.edmundoptics.com/p/40mm-dia-4mm-thick-nir-ii-coated-lambda10-fused-silica-window/41480/
https://www.edmundoptics.com/p/50mm-dia-1mm-thick-nir-ii-coated-lambda10-fused-silica-window/41481/
https://www.edmundoptics.com/p/50mm-dia-2mm-thick-nir-ii-coated-lambda10-fused-silica-window/41482/
https://www.edmundoptics.com/p/50mm-dia-3mm-thick-nir-ii-coated-lambda10-fused-silica-window/41483/
https://www.edmundoptics.com/p/50mm-dia-5mm-thick-nir-ii-coated-lambda10-fused-silica-window/41484/
https://www.edmundoptics.com/p/50mm-dia-5mm-thick-nir-ii-coated-10-fused-silica-window/49998/

NIR I

19,951 Contact Us
50.00 6.00 (750- #11-910 .
1550nm) Qty 6+ 315,880
NIR I
19,951 Contact Us
50.80 5.00 (750- #15-422 :
1550nm) Qty 6+ 315,880
NIR Il
334,034 10to 12 days
75.00 3.00 (750- #11-911
NIR I
334,034 10 to 12 days
75.00 5.00 (750- #11-912 .
1550nm) Qty 6+327,103
#29-604 New
E
New
Launched
onour
UV-AR website
100.00 5.00 250 before 357,947 Contact Us
' ' (250- appearing Qty 6+ 346,211
425nm) inour
latest print
catalogs.
Be the
first to buy
before
anyone

else!



https://www.edmundoptics.com/p/50mm-dia-6mm-thick-nir-ii-coated-lambda10-fused-silica-window/41485/
https://www.edmundoptics.com/p/508mm-dia-5mm-thick-nir-ii-coated-lambda10-fused-silica-window/47447/
https://www.edmundoptics.com/p/75mm-dia-3mm-thick-nir-ii-coated-lambda10-fused-silica-window/41486/
https://www.edmundoptics.com/p/75mm-dia-5mm-thick-nir-ii-coated-lambda10-fused-silica-window/41487/
https://www.edmundoptics.com/p/100mm-dia-5mm-thick-uv-ar-10-fused-silica-window/55527/

100.00

#29-607 New

|
New

Launched
onour
website
before
appearing
inour
latest print
catalogs.
Be the
first to buy
before
anyone
else!

VIS-EXT
5.00 (350-
700nm)

357,947
Qty 6+ 346,211

Contact Us

100.00

#29-605 New

B
New

Launched
onour
website
before
appearing
inour
latest print
catalogs.
Be the
first to buy
before
anyone
else!

NIR |
5.00 (600-
1050nm)

356,846
Qty 6+ 345,294

Contact Us



https://www.edmundoptics.com/p/100mm-dia-5mm-thick-vis-ext-10-fused-silica-window/55524/
https://www.edmundoptics.com/p/100mm-dia-5mm-thick-nir-i-10-fused-silica-window/55526/

100.00

#29-606 New

|
New

Launched
onour
website
NIRII before
5.00 (750- appearing
1550nm) in our
latest print
catalogs.
Be the
first to buy
before
anyone
else!

356,846
Qty 6+ 345,294

10 to 12 days

100.00

#29-608 New

B
New

Launched
onour
YAG- website
BBAR before
(500- appearing
1100nm) inour
latest print
catalogs.
Be the
first to buy
before
anyone
else!

5.00

357,947
Qty 6+ 346,211

10to 12 days



https://www.edmundoptics.com/p/100mm-dia-5mm-thick-nir-ii-10-fused-silica-window/55525/
https://www.edmundoptics.com/p/100mm-dia-5mm-thick-yag-bbar-10-fused-silica-window/55528/

100.00

#29-508 New

|
New

Launched
onour
website
before
appearing
inour
latest print
catalogs.
Be the
first to buy
before
anyone
else!

10.00 Uncoated

345,110
Qty 6+ 36,052

10to 12 days

125.00

#29-609 New

B
New

Launched
onour
website
before
appearing
inour
latest print
catalogs.
Be the
first to buy
before
anyone
else!

UV-AR
6.00 (250-
425nm)

374,450
Qty 6+ 59,157

10 to 12 days



https://www.edmundoptics.com/p/100mm-dia-10mm-thick-uncoated-10-fused-silica-window/54227/
https://www.edmundoptics.com/p/125mm-dia-6mm-thick-uv-ar-10-fused-silica-window/55532/

125.00

#29-612 New

|
New

Launched
onour
website
before
appearing
inour
latest print
catalogs.
Be the
first to buy
before
anyone
else!

VIS-EXT
6.00 (350-
700nm)

374,450
Qty 6+ 359,157

10to 12 days

125.00

#29-610 New

B
New

Launched
onour
website
before
appearing
inour
latest print
catalogs.
Be the
first to buy
before
anyone
else!

NIR |
6.00 (600-
1050nm)

372,250
Qty 6+ 357,616

10to 12 days



https://www.edmundoptics.com/p/125mm-dia-6mm-thick-vis-ext-10-fused-silica-window/55529/
https://www.edmundoptics.com/p/125mm-dia-6mm-thick-nir-i-10-fused-silica-window/55531/

125.00

#29-611 New

|
New

Launched
onour
website
before
appearing
inour
latest print
catalogs.
Be the
first to buy
before
anyone
else!

NIRI
6.00 (750-
1550nm)

72,250
Qty 6+ 357,616

10to 12 days

125.00

#29-613 New

B
New

Launched
onour
YAG- website
BBAR before
(500- appearing
1100nm) inour
latest print
catalogs.
Be the
first to buy
before
anyone
else!

6.00

374,450
Qty 6+ 359,157

10to 12 days



https://www.edmundoptics.com/p/125mm-dia-6mm-thick-nir-ii-10-fused-silica-window/55530/
https://www.edmundoptics.com/p/125mm-dia-6mm-thick-yag-bbar-10-fused-silica-window/55533/

125.00

#29-509 New

|
New

Launched
onour
website
before
appearing
inour
latest print
catalogs.
Be the
first to buy
before
anyone
else!

12.50 Uncoated

357,947
Qty 6+ 346,211

10to 12 days

150.00

#29-614 New

B
New

Launched
onour
website
before
appearing
inour
latest print
catalogs.
Be the
first to buy
before
anyone
else!

UV-AR
8.00 (250-
425nm)

98,656
Qty 6+ 378,558

10 to 12 days



https://www.edmundoptics.com/p/125mm-dia-125mm-thick-uncoated-10-fused-silica-window/54228/
https://www.edmundoptics.com/p/150mm-dia-8mm-thick-uv-ar-10-fused-silica-window/55537/

150.00

#29-617 New

|
New

Launched
on our
website
VIS-EXT before
8.00 (350- appearing
700nm) inour
latest print
catalogs.
Be the
first to buy
before
anyone
else!

398,656
Qty 6+ 378,558

10to 12 days

150.00

#29-615 New

B
New

Launched
onour
website
before
appearing
inour
latest print
catalogs.
Be the
first to buy
before
anyone
else!

NIR1
8.00 (600-
1050nm)

396,822
Qty 6+ 377,018

Contact Us



https://www.edmundoptics.com/p/150mm-dia-8mm-thick-vis-ext-10-fused-silica-window/55534/
https://www.edmundoptics.com/p/150mm-dia-8mm-thick-nir-i-10-fused-silica-window/55536/

150.00

#29-616 New

|
New

Launched
onour
website
before
appearing
inour
latest print
catalogs.
Be the
first to buy
before
anyone
else!

NIRI
8.00 (750-
1550nm)

396,822
Qty 6+ 77,018

Contact Us

150.00

#29-618 New

B
New

Launched
onour
YAG- website
BBAR before
(500- appearing
1100nm) inour
latest print
catalogs.
Be the
first to buy
before
anyone
else!

8.00

98,656
Qty 6+ 378,558

10 to 12 days



https://www.edmundoptics.com/p/150mm-dia-8mm-thick-nir-ii-10-fused-silica-window/55535/
https://www.edmundoptics.com/p/150mm-dia-8mm-thick-yag-bbar-10-fused-silica-window/55538/

#29-510 New

X
Edmund Now

optics  worldwide

Launched
Copyright 2023, Edmund Optics India Private Limited, #3f g fereystone Building, Second Floor, 6th Cross Rd, Binnamangala, Stage
1, Indiranagar, Bengaluru, Karnataka, India 560038  \ebsite
Phone: 1-800-363-1992 :

: before 391,688 10 to 12 days
vie-88mundoptics.com  15.00  Uncoated appearing Qty 6+ 373,020

inour
latest print
catalogs.
Be the
first to buy
before
anyone
else!



https://www.edmundoptics.com/p/150mm-dia-15mm-thick-uncoated-10-fused-silica-window/54229/
https://www.edmundoptics.com
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