Edmund Family ID #3872

optics  worldwide

All Products / Laser Optics / Laser Windows / Laser Line Windows

EEEEE A/10 Laser Line Coated Windows

10-5 Surface Quality

Damage Thresholds at Design Wavelengths
Diameters from 12.5 to 50.8mm Available
Uncoated Substrates Available

Common Specifications
Physical & Mechanical Properties

Bevel: Protective as needed Clear Aperture (%): 90

Edges: Fine Ground

Optical Properties

Angle of Incidence (°): 0

Surface Quality: 10-5



https://www.edmundoptics.com/c/products/0/
https://www.edmundoptics.com/c/laser-optics/754/
https://www.edmundoptics.com/c/laser-windows/757/
https://www.edmundoptics.com/c/laser-line-windows/1317/
https://www.edmundoptics.in/search/?criteria=3950

Technical Information
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Products

Dia.

Thickness

Coating Substrate (mm)  (mm) Stock Number Price Buy
I(_:(g;;r%g; ﬁ 12.50 3.00 #48-204 Qty%69+:9?072,922 10 to 12 days
I(_:(g;;r%g; ﬁ 12.70 6.35 #38-918 Qty%69+:9?072,922 10 to 12 days
I(_:(ggr%rt: ) Shed 1910 635 #38-921 Qtf 5+ 28,500 1010 12 days
:ggr%rt\n/ ) Shed 2500 300 #48-205 Qty 6+ 29,242 101012 days
I(_:(ggr%rt: ) Shed 2540 635 #38-023 Qty 6+ 29,242 101012 days
:ggég ) Fwed 3810 635 #38.905 ez 1010 12 days
I(_:(ggr%g; ﬁ 50.80 9.53 #38-928 Qty€6135055,844 10 to 12 days
:fgr%rt\n/ ) Shet 1270 635 #39-668 C)ty%69;9?072,922 1010 12 days
:ffgr%rt\n/ ) Shed 1910 635 #39-670 Qty 64 28,509 101012 days
:ffgr%rt\n/ ) Shed 2540 635 #39-671 Qty 6+ 29,242 101012 days
:fgég ) Fied 3810 635 439673 ez 101012 days
Haser V- Shed 5080 953 #39-675 Qty? 9805 1010 12 days

(343nm)



https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/125mm-dia-300mm-thick-266nm-lambda10-fused-silica-window/8404/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/127mm-dia-266nm-10-fused-silica-window/39539/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/191mm-dia-266nm-lambda10-fused-silica-window/40334/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/250mm-dia-300mm-thick-266nm-lambda10-fused-silica-window/8405/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/254mm-dia-266nm-10-fused-silica-window/39540/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/381mm-dia-266nm-lambda10-fused-silica-window/40335/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/508mm-dia-266nm-10-fused-silica-window/39541/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/127mm-dia-343nm-lambda10-fused-silica-window/40336/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/191mm-dia-343nm-lambda10-fused-silica-window/40337/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/254mm-dia-343nm-lambda10-fused-silica-window/40338/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/381mm-dia-343nm-lambda10-fused-silica-window/40339/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/508mm-dia-343nm-lambda10-fused-silica-window/40340/

Laser V-

Fused %58,680 Contact Us
Coat " 7620 1270 #27-040 '
(343nm) ~ >llica Qty 6+ 246,944
Laser V-
Coat Fsﬁc?: 1250  3.00 #48-206 Qty?69;%072922 10 to 12 days
(355nm) ,
Laser V-
Coat Fsﬁc?: 1270 635 438936 Qty?69;%072922 10 to 12 days
(355nm) ,
Laser V-
Coat =24 1910 635 #38-038 Q;gggg% 0 10to 12 days
(355nm) ,
Laser V-
Coat  ‘grel 2500 3.0 #48-207 Q;glgg% " 10to 12 days
(355nm) ,
Laser V-
Coat  ‘grel 2540 635 #38-942 Q;glgg% " 10to 12 days
(355nm) ,
Laser V-
Coat Fsﬁc?: 3810  6.35 #38-949 Qty? 61 :3,%21824983 Contact Us
(355nm) ,
Laser V-
Coat =24 5080 953 #38-051 Qty?61w?’%81055844 10to 12 days
(355nm) ,
Laser V-
Fused 39,902 10 to 12 days
Coat = 12.70 6.35 #39-681 ’
(515nm)  ilica Qly 6+ 7,922
Laser V-
Coat  ‘grel 1910 635 #39-683 Q;g‘jgg% o 10to 12 days
(515nm) ,
Laser V-
Coat =20 2540 635 #30-684 Q;glygg%‘m 10t 12 days
(515nm) ,
Laser V-
Fused 316,284 10 to 12 days
Coat - 38.10 6.35 #39-688 '
(515nm)  ilica Qty 6+ 312,983
Laser V-
Fused 319,805 10 to 12 days
Coat = 50.80 9.53 #39-690 '
(515nm)  ilica Qly 6+ 215,844
Laser V-
Fused 358,680 10 to 12 days
Coat Silca 7620 1270 #27-041 Qty 6+ £46.944

(515nm)



https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/762mm-dia-127mm-thick-343nm-10-fused-silica-window/51924/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/125mm-dia-300mm-thick-355nm-lambda10-fused-silica-window/8406/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/127mm-dia-355nm-10-fused-silica-window/39544/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/191mm-dia-355nm-lambda10-fused-silica-window/40341/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/250mm-dia-300mm-thick-355nm-lambda10-fused-silica-window/8407/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/254mm-dia-355nm-10-fused-silica-window/39545/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/381mm-dia-355nm-lambda10-fused-silica-window/40342/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/508mm-dia-355nm-10-fused-silica-window/39546/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/127mm-dia-515nm-lambda10-fused-silica-window/40343/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/191mm-dia-515nm-lambda10-fused-silica-window/40344/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/254mm-dia-515nm-lambda10-fused-silica-window/40345/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/381mm-dia-515nm-lambda10-fused-silica-window/40346/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/508mm-dia-515nm-lambda10-fused-silica-window/40347/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/762mm-dia-127mm-thick-515nm-10-fused-silica-window/51925/

Laser V-

Fused 39,902 10 to 12 days
Coat - 1250  3.00 #48-208 :
(532nm)  Silica Qly 6+ 7,922
Laser V-
Coat Fsﬁc?: 1270 635 4#38-966 Qty?69;%072922 10 to 12 days
(532nm) ,
Laser V-
Coat Fsﬁc?: 1910 635 #38-968 Qt;éggg% 0 10 to 12 days
(532nm) ,
Laser V-
Coat Fsﬁc?: 2500  3.00 #48-209 Q;glygg%‘m 10 to 12 days
(532nm) ,
Laser V-
Coat Fsﬁc?: 2540 635 #38-969 Q;glygg%‘m 10 to 12 days
(532nm) ,
Laser V-
Coat Fsﬁc?: 3810  6.35 #38.973 Qty?61 f,%21824983 10 to 12 days
(532nm) ;
Laser V-
Coat Fsﬁc?: 50.80  9.53 #38-975 Qty?61-?,%81055844 10 to 12 days
(532nm) ;
Laser V-
Coat Fsﬁc?: 1270 635 #39-702 Qty?69;%072922 10 to 12 days
(980nm) ,
Laser V-
Coat  ‘grel 1910 635 #39-704 Q;g‘jgg% o 10to 12 days
(980nm) ,
Laser V-
Coat  ‘gnel 2540 635 #39-705 Q;glgg% " 10to 12 days
(980nm) ,
Laser V-
Coat Fsﬁc?: 38.10 6.35 #39-707 Qty?61-?,%21824983 10 to 12 days
(980nm) ,
Laser V-
Fused 219,805 10 to 12 days
Coat - 50.80  9.53 #39-710 ,
(980nm)  >ilica Qty 6+ 315,844
Laser V-
Coat Fsﬁc?: 1270 635 #39-717 Qty?69;%072922 10 to 12 days
(1030nm) ,
Laser V-
Fused 10,636 10 to 12 days
Coat Silica 1910 635 #39-719 QoS00

(1030nm)



https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/125mm-dia-300mm-thick-532nm-lambda10-fused-silica-window/8408/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/127mm-dia-532nm-10-fused-silica-window/39549/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/191mm-dia-532nm-lambda10-fused-silica-window/40348/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/250mm-dia-300mm-thick-532nm-lambda10-fused-silica-window/8409/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/254mm-dia-532nm-10-fused-silica-window/39550/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/381mm-dia-532nm-lambda10-fused-silica-window/40349/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/508mm-dia-532nm-10-fused-silica-window/39551/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/127mm-dia-980nm-lambda10-fused-silica-window/40706/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/191mm-dia-980nm-lambda10-fused-silica-window/40708/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/254mm-dia-980nm-lambda10-fused-silica-window/40710/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/381mm-dia-980nm-lambda10-fused-silica-window/40712/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/508mm-dia-980nm-lambda10-fused-silica-window/40714/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/127mm-dia-1030nm-lambda10-fused-silica-window/40350/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/191mm-dia-1030nm-lambda10-fused-silica-window/40351/

Laser V-

Fused 211,589 10 to 12 days
Coat - 2540  6.35 #39-720 ,
(1030nm)  >llica Qly 6+ 39,242
“Coat Fuseq 316,284 10 to 12 days
Coat Siica o810 635 #39-722 Qty o 21983
(1030nm) ;
Laser V-
Coat Fsﬁc?: 50.80  9.53 #39-724 Qty?61-?,%81055844 10 to 12 days
(1030nm) ;
Laser V-
Coat Fsﬁc?: 7620  12.70 #27-042 Qty?65f%64860944 10 to 12 days
(1030nm) ;
Laser V-
Coat Fsﬁc?: 1250  3.00 #48-210 Qty?69;9€072922 10 to 12 days
(1064nm) ,
Laser V-
Coat Fsﬁc?: 1270 635 #38-982 Qty?69;9€072922 10 to 12 days
(1064nm) ,
Laser V-
Coat Fsﬁc?: 1910 635 #38-984 Q;gggg% 0 10 to 12 days
(1064nm) ,
Laser V-
Coat Fsﬁc?: 2500  3.00 #48-211 Q;glgg%‘m 10 to 12 days
(1064nm) ,
Laser V-
Coat Fsﬁc?: 2540 635 #38-985 Q;glgg%‘m 10 to 12 days
(1064nm) ,
Laser V-
Coat Fsﬁc?: 3810  6.35 #38-988 Qty?f%21824983 10 to 12 days
(1064nm) ;
Laser V-
Coat Fsﬁc?: 50.80  9.53 #38-990 Qty?61-?,%81055844 10 to 12 days
(1064nm) ;
Laser V-
Coat Fsﬁc?: 1270 635 #11-397 Qty?69;%072922 10 to 12 days
(1080nm) ,
Laser V-
Coat  ‘gnel 1910 635 #11-399 Q;g‘jgg% o 10to 12 days
(1080nm) ,
Laser V-
Fused 211,589 10 to 12 days
Coat Sihes 2540 635 #11-400 QxS0 042

(1080nm)



https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/254mm-dia-1030nm-lambda10-fused-silica-window/40352/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/381mm-dia-1030nm-lambda10-fused-silica-window/40353/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/508mm-dia-1030nm-lambda10-fused-silica-window/40354/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/762mm-dia-127mm-thick-1030nm-10-fused-silica-window/51926/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/125mm-dia-300mm-thick-1064nm-lambda10-fused-silica-window/8410/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/127mm-dia-1064nm-10-fused-silica-window/39554/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/191mm-dia-1064nm-lambda10-fused-silica-window/40355/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/250mm-dia-300mm-thick-1064nm-lambda10-fused-silica-window/8411/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/254mm-dia-1064nm-10-fused-silica-window/39555/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/381mm-dia-1064nm-lambda10-fused-silica-window/40356/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/508mm-dia-1064nm-10-fused-silica-window/39556/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/127mm-dia-1080nm-lambda10-fused-silica-window/41185/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/191mm-dia-1080nm-lambda10-fused-silica-window/41187/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/254mm-dia-1080nm-lambda10-fused-silica-window/41189/

Laser V-

Fused 216,284 100 12 days
(1(%%?:@ Siica %10 09 #11-402 Qty 6+ 212,983

Laser V-

Fused 219,805 10 to 12 days
(1(%%%) Siica %0 9% 11404 Qty 6+ 215,844

#38-933 Clearance

i
Clearance

Availability
is limited,
S0 buy

before
Laser V-

th
Coat  N-BK7 2540  6.35 ose 210,080 100 12 days

products
(355nm) disappear.

Sorry, we
cannot
accept
returns.

Receive

up to 80%

off select

products.



https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/381mm-dia-1080nm-lambda10-fused-silica-window/41191/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/508mm-dia-1080nm-lambda10-fused-silica-window/41193/
https://www.edmundoptics.com/document/download/521927
https://www.edmundoptics.com/p/254mm-dia-355nm-10-n-bk7-window/39543/

Laser V-
Coat
(532nm)

#38-963 Clearance

i
Clearance

Availability
is limited,
so buy
before
these
N-BK7 25.40 6.35 products 9,180
disappear.
Sorry, we
cannot
accept
returns.
Receive
up to 80%
off select
products.

10 to 12 days

Laser V-
Coat
(980nm)

#39-699 Clearance

i
Clearance

Availability
is limited,
so buy
before
these

N-BK7  25.40 6.35 products 36,390

disappear.
Sorry, we
cannot
accept
returns.
Receive
up to 80%
off select
products.

10 to 12 days



https://www.edmundoptics.com/document/download/521927
https://www.edmundoptics.com/p/254mm-dia-532nm-10-n-bk7-window/39548/
https://www.edmundoptics.com/document/download/521927
https://www.edmundoptics.com/p/254mm-dia-980nm-lambda10-n-bk7-window/40709/

Laser V-
Coat N-BK7 12.70
(1064nm)

6.35

#38-977 Clearance

i
Clearance

Availability
is limited,
so buy
before
these
products 39,180

disappear.
Sorry, we
cannot
accept
returns.
Receive
up to 80%
off select
products.

10 to 12 days

Laser V-
Coat N-BK7 38.10
(1064nm)

6.35

#11-453 Clearance

i
Clearance

Availability
is limited,
so buy
before
these
products 39,180

disappear.
Sorry, we
cannot
accept
returns.
Receive
up to 80%
off select
products.

10 to 12 days

Laser V-
Coat
(266nm)

Fused
Silica

76.20

12.70

#20-437 %58,680

Qty 6+ 346,944

10 to 12 days



https://www.edmundoptics.com/document/download/521927
https://www.edmundoptics.com/p/127mm-dia-1064nm-10-n-bk7-window/39552/
https://www.edmundoptics.com/document/download/521927
https://www.edmundoptics.com/p/381mm-dia-1064nm-lambda10-n-bk7-window/40721/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/762mm-dia-127mm-thick-266nm-10-fused-silica-window/47980/

LaserV-— piced 358,680 10 to 12 days

Coat IS 7620 1270 #20-444
(@55m)  Siia Qty 6+ 346,944
Laser V-
Fused 58,680 10 to 12 days
Coat Lused 7690 1270 #20-449 '
(3o0m)  Siliea Qty 6+ 346,944
Laser V-
Coat % 7620 1270 #20-450 Qtf:fffgg 4 100 12 days
(1064nm) ’

Edmund

optics  worldwide

Copyright 2023, Edmund Optics India Private Limited, #267, Greystone Building, Second Floor, 6th Cross Rd, Binnamangala,
Stage 1, Indiranagar, Bengaluru, Karnataka, India 560038

Phone: 1-800-363-1992 :

www.edmundoptics.com



https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/762mm-dia-127mm-thick-355nm-10-fused-silica-window/47981/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/762mm-dia-127mm-thick-532nm-10-fused-silica-window/47982/
https://www.edmundoptics.com/document/download/526911
https://www.edmundoptics.com/p/762mm-dia-127mm-thick-1064nm-10-fused-silica-window/47983/
https://www.edmundoptics.com
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